GOEGMIGEE

Material Model Library Manual
Borek Patzak

Czech Technical University
Faculty of Civil Engineering
Department of Structural Mechanics
Thakurova 7, 166 29 Prague, Czech Republic

December 22, 2011


http://www.oofem.org
http://mech.fsv.cvut.cz/~bp/bp.html

Contents

[L Material Models for Structural Analysis| 3
L1 Elasticmateriald . . . .. .. ... . o oo 3
1.1.1  Isotropic linear elastic material . . . . . . ... ... ... 3

1.1.2 rthotropic linear elastic material] . . . . . . .. ... .. 3

I1.1.3  Hyperelastic materiall . . . . ... ... ... ... ... 4

1.2 Plasticity-based material models| . . . . .. ... .. ... ... 5
[1.2.1 Drucker-Prager model| . . . .. ... .... .. .. .... 5

[1.2.2 Mises plasticity model with isotropic damage] . . . . . . . 7

onf. . . ... 8

|I1.2.4  Rankine plasticity model with isotropic damage|. . . . . . 10

[1.2.5  Pertectly plastic material with Mises yield condition| . . . 11

11.2.6 Composite plasticity model for masonry| . . . . . . .. .. 11

|1.2.7  Nonlinear elasto-plastic material model for concrete plates |

[ andshelld . . .. . ... 17
[LL3 Material models for tensile failurel. . . . . . . ... ... 17
|[1.3.1  Nonlinear elasto-plastic material model for concrete plates |

[ and shellsl . . . . ... oo 17
[1.3.2  Smeared rotating crack model|. . . . ... ... 17

[1.33~ Smeared rotating crack model with transition to scalar |

| damage - linear softening . . . . . . . . . . . .. ... .. 19
[1.3.4  Smeared rotating crack model with transition to scalar |

| damage - exponential softening . . . . . ... .. ... .. 19
[1.3.5  Nonlocal smeared rotating crack model with transition to |

| scalar damage|. . . . . .. ... L L 20
[[:3°6  Tsotropic damage model for tensile faillure . . . . . .. . . 21

|1.3.7  Nonlocal isotropic damage model tfor tensile failurel . . . . 26

11.3.8  MDM - Anisotropic damage model| . . . . . ... ... .. 32

11.3.9  Isotropic damage model for interfaces| . . .. .. ... .. 36

[1.4 Material models specific to concrete] . . . . ... ... ... ... 36
1.4.1 azars damage model for concretef . . . . . . ... 36

[T.4.2 Nonlocal Mazars damage model for concrete]. . . . . . . . 37

11.4.3  CebFip78 model for concrete creep with agingl. . . . . . . 38

|11.4.4  Double-power law model for concrete creep with aging| . . 38

[1.4.5 B3 and MP5 models for concrete creep with agingl . . . . 38

|1.4.6 Microplane model M4} . . . . . ... ... ... ... 50

[[-477 Damage-plastic model for concrete . . . . . ... ... .. 50

|11.5  Orthotropic damage model with fixed crack orientations for com- |
................................. 56
1.6 Orthotropic elastoplastic model with isotropic damage|l . . . . . . 58
[L61 Tocal formulationl. . . . .« « « v v vt 58

[.6.2 Nonlocal formulationl. . . . . ... ... ... ... .. .. 61

[L.7 Material models for interfaces . . . . . . ... ... 62
I1.7.1  Isotropic damage model for interfaces| . . .. .. ... .. 62

I1.7.2 Simple interface material| . . . ... .00 o000 63




[2__Material Models for Transport Problems|

2.1 Isotropic linear materiall . . . . . . .. ... ... ...
2.2 Material for cement hydration - CemhydMat| . . . .. ... ...
2.3 Material for cement hydration - HydratingConcreteMat| . . . . .
2.4 Coupled heat and mass transter material model| . . . . . . . . ..

Material Models for Fluid Dynamic|

3.2 Bingham flud|. . ... ... ... ... ...
3.3 Two-fluid materiall . . . . ... .. ... ... ... ... .. ...

Material Drivers - Theory & Application|

4.1 Multisurface plasticity driver - MPlasticMaterial class| . . . . . .
L.1.1 Plasticity OVeIVIEW] . . .« v v v oo oo
4.1.2 Closest-point return algorithm| . . . . . . . .. ... ...
4.1.3  Algorithmic stiffness| . . . . . . . .. ... ... ..
4.1.4  Implementation of particular models| . . . . . . . ... ..

4.2 Isotropic damage model — IsotropicDamageMaterial class|

A3 onstationary nonlinear transport modell . . . . .. ... .. ..

List of Tables

11 Linear Isotropic Material - summary|. . . . . .. ... ... ...
@ Orthotropic, linear elastic material — summary,| . . . . . . .. ..
B Hyperelastic material - summary] . . . . . . ... ... ... ...
" DP maferfal - summary] . . . . . ... ...
15 Mises plasticity — summary. . . . . . . ..o
16 Nonlocal integral Mises plasticity — summary,| . . . . . . . . . ..
[7 Gradient-enhanced Mises plasticity — summary.| . . . . . . . . ..
[~ Rankine plasticity — summary] . . .. ... ... ...... ...
[0Nonlocal Rankine plasticity — summary.) . . . . . . . . . .. ...
110 Gradient-enhanced Rankine plasticity — summary.| . . . . . . ..
I11  Pertectly plastic material with Mises condition — summary.|

12 Composite model for masonry - summary. . . . . .. .. ... ..
[13 Nonlinear elasto-plastic material model for concrete - summary.| .
[I4 Rotating crack model for concrete - summaryl] . . . . . . . . . ..
115 RC-5D model for concrete - summary,) . . . . .. ... ... ...
116 RC-5D model for concrete - summary.,| . . . . .. ... ... ...
17 RC-5D-NL model for concrete - summary,| . . . . . ... ... ..
[18 Isotropic damage model for tensile failure — summary,| . . . . . .

|19 Nonlocal isotropic damage model for tensile failure — summary.| .
[P0 Nonlocal isotropic damage model for tensile failure — continued. .

21 Basic equations of microplane-based anisotropic damage model| .
22 MDM model - summary.|. . . . .. ..o
[23__Isotropic damage model for interface elements — summary., . . . .
E24 Mazars damage model — summary.| . . . . . .. ... ... L.
5 Nonlocal Mazars damage model — summary). . . . . . . . . . ..
26 CebFip78 material model — summary,| . . . . .. ... ... ...
27 Double-power law model — summary|. . . . . .. .. ...

64
64
64

68

70
70
70
71

72
72
72
73
(0]
76
(s
78

35
36
37
38
39
39



[28 B3 creep and shrinkage model — summary|. . . . .. .. ... .. 45

29 B3solid creep and shrinkage model — summary] . . . . . . . . .. 47
B0 MPS theory—summary| . . . . .. ... o000 49
81 Microplane model M4 — summary,| . .. .. ... ... ... ... 50
32 Damage-plastic model for concrete — summary.| . . . . . . .. .. 54

133 Orthotropic damage model with fixed crack orientations for com- |

[ posites — SumMmary.| . . . . . . ... o e e 59

[34Anisotropic elastoplastic model with isotropic damage - summary.) 61
135 Nonlocal formulation of anisotropic elastoplastic model with isotropic |

damage — SUMMATY.| . . .« . .« vt e e e 62
[36__ Simple interface material — summary,. . . . . . . ... L 63
[B7__Tinear Isotropic Material - summary] . . . . . . . . .. ...... 64
B8 Cemhydmat - summary| . . . . . .. ... ... ... .. ..... 65
139 HydratingConcreteMat - summary of affinity hydration models.| . 67
40 Coupled heat and mass transter material model - summary. . . . 69
41 Newtonian Fluid material - summary,| . . . ... ... ... ... 70
A2 Bingham Fluid maferial - summary] . . . . ... ... ...... 71
A3 Two-Fluid material - summary)] . . . . . . . . . v oo v v oo 71
44 General multisurtace closest point algorithm|. . . . . . . . . . .. 75




1 Material Models for Structural Analysis

1.1 Elastic materials
1.1.1 Isotropic linear elastic material

Linear isotropic material model. The model parameters are summarized in
table [1l

Description Linear isotropic elastic material
Record Format IsoLE numn) # deny # Een) # nen) # tAlphaen) #
Parameters - num material model number

- d material density

- F Young modulus

- n Poisson ratio

- tAlpha thermal dilatation coefficient

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer, 2dPlate, 2dBeam, 3dShell,
3dBeam, PlaneStressRot

Features Adaptivity support

Table 1: Linear Isotropic Material - summary.

1.1.2 Orthotropic linear elastic material

Linear orthotropic, linear elastic material model. The model parameters are
summarized in table Local coordinate system, which determines axes of
material orthotrophy can by specified using lcs array. This array contains six
numbers, where the first three numbers represent directional vector of a local x-
axis, and next three numbers represent directional vector of a local y-axis. The
local z-axis is determined using the vector product. The right-hand coordinate
system is assumed.

Local coordinate system can also be specified using scs parameter. Then
local coordinate system is specified in so called “shell” coordinate system, which
is defined locally on each particular element and its definition is as follows:
principal z-axis is perpendicular to shell mid-section, x-axis is perpendicular to
z-axis and normal to user specified vector (so x-axis is parallel to plane, with
being normal to this plane) and y-axis is perpendicular both to x and z axes.
This definition of coordinate system can be used only with plates and shells
elements. When vector is parallel to z-axis an error occurs. The scs array
contain three numbers defining direction vector . If no local coordinate system
is specified, by default a global coordinate system is used.

For 3D case the material compliance matrix has the following form

1/Ex ~Vgy/Ey —Vio/Ey 0 0 0
—Vya /By 1/E, —vy./Ey 0 0 0
| —Vw/E. —vy/E. 1/E, 0 0 0
C= 0 0 0 1/G,. 0 0 (1)
0 0 0 0 1/G,. 0
0 0 0 0 0 1/Ggy



By inversion, the material stiffness matrix has the form

dyw dpy doz 0O 0 0
dyy dy. 0 0 0
| sym d,, 0 0 0
D= 0 0 0 Gy 0 0 (2)
0 0 0 0 Ggu- 0
0 0 0 0 Gay

where € = 1 — (Vpy % Vyy + Uy % Vs + Vg ¥ Vi) — (Vi % Vo ¥ Vs + Vg ¥ Vs ¥ V)
and

dow = Ex(1—vy.*vy)/E, (3)
dey = Eyx (Vay + Ves % V2y) /&, (4)
dez = E.x (Vgo + vy % vay) /€, (5)
dyy = Eyx (1 — Vgz % Vzw)/fa (6)
dy: = E.* (Vyz + Vye xVg2) /€, (7)
doy = E.x(1—vy,*vgy)/E (8)

E; is the Young’s modulus in the i-th direction, G;; is the shear modulus in
ij plane, v;; major Poisson’s ratio, and v;; minor Poisson’s ratio. Assuming
that B, > Ey, > E,, Vyy > Uy etc., then the vy, is refered to as major
Poisson’s ratio, while vy, refered as minor Poisson’s ratio. Note, that there
is only nine independent material parameters, because of symmetry conditions.
The symmetry condition yields

szEy = I/y:EEZL’7 l/yzEz = szEy7 VeeBy = Vg B,

The model description and parameters are summarized in table

1.1.3 Hyperelastic material

This material model can describe elastic behavior at large strains. A hypere-
lastic model postulates the existence of free energy potential. Existence of the
potential implies reversibility of deformations and no energy dissipation during
loading process. Here we use the free energy function introduced in [11]

pm/)i(KiG) (J2 = 2InJ — 1) + G (E : I —nJ) (9)

where K is the bulk modulus, G is the shear modulus, J is the Jacobian (deter-
minant of the deformation gradient, corresponding to the ratio of the current
and initial volume) and F is the Green-Lagrange strain. Then stress-strain law
can be derived from @ as

o 1 2 2 -1 -1
— | K- - -1 I- 1
S= ot - 2< 3G>(J yelrG(I-c)  (0)
where S is the second Piola-Kirchhoff stress, E is the Green-Lagrange strain
and C'is the right Cauchy-Green tensor. The model description and parameters
are summarized in table Bl



Description Orthotropic, linear elastic material

Record Format OrthoLE numgn) # deny # Exeny # Eyen) # Ezen #
NYyzan) # NYXZ@n) # NYxyen) # Gyzen) # GxXzen) #
Gxyen) # tAlphaxeny # tAlphayen) # tAlphazen) #
[ leseay #] [ sCSeay #]

Parameters - num material model number

- d material density

- Ez, By, Ez Young moduluses for x,y, and z directions

- NYyz, NYzz, NYzy major Poisson’s ratio coefficients

- Gyz, Gxz, Gxy Shear moduluses

- tAlphaz, tAlphay, tAlphaz thermal dilatation coefficients
in x,y,z directions

- les Array defining local material x and y axes of orthotro-
phy

- scs Array defining a normal vector n. The local x axis is
parallel to plane with n being plane normal. The material
local z-axis is perpendicular to shell mid-section.
Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer, 2dPlate, 2dBeam, 3dShell,
3dBeam, PlaneStressRot

Table 2: Orthotropic, linear elastic material — summary.

Description Hyperelastic material
Record Format HyperMat n) # den) # Kany) # Gen) #
Parameters - material number

- d material density
- K bulk modulus

- G shear modulus
Supported modes | 3dMat

Table 3: Hyperelastic material - summary.

1.2 Plasticity-based material models
1.2.1 Drucker-Prager model

The Drucker-Prager plasticity modeﬂ is an isotropic elasto-plastic model based
on a yield function

flo,7v)=F(o)—1y (11)

with the pressure-dependent equivalent stress

F(o)=al +V1], (12)

As usual, o is the stress tensor, 7y is the yield stress under pure shear, and Iy
and Js are the first invariant and second deviatoric invariant of the stress tensor.
The friction coeflicient « is a positive parameter that controls the influence of
the pressure on the yield limit, important for cohesive-frictional materials such

LContributed by Simon Rolshoven, LSC, FENAC, EPFL.



as concrete, soils or other geomaterials. The flow rule is derived from the plastic

potential
g(o)=aypli ++/J2 (13)

where ay; is the dilatancy coefficient. An associated model with o = o, would
overestimate the dilatancy of concrete, so the dilatancy coefficient is usually
chosen smaller than the friction coefficient. The model is described by the
equations

o = D:(e—¢p) (14)
v = h(k) (15)
épzngi - A(%MJE) (16)
i = ﬁ &l (17)
A>0, flo,7y)<0, Af(o,7y)=0 (18)

which represent the linear elastic law, hardening law, evolution laws for plastic
strain and hardening variable, and the loading-unloading conditions. In the
above, D is the elastic stiffness tensor, € is the strain tensor, €, is the plastic
strain tensor, A is the plastic multiplier, é is the unit second-order tensor, s
is the deviatoric stress tensor, x is the hardening variable, and a superior dot
marks the derivative with respect to time. The flow rule has the form given
in Eq. at all points of the conical yield surface with the exception of its
vertex, located on the hydrostatic axis.

For the present model, the evolution of the hardening variable can be explic-
itly linked to the plastic multiplier. Substituting the flow rule into Eq.
and computing the norm leads to

= kA (19)

with a constant parameter k = ,/1/3 + 20@7 so the hardening variable is pro-

portional to the plastic multiplier. For a = ay, = 0, the associated J»-plasticity
model is recovered as a special case.
In the simplest case of linear hardening, the hardening function is a linear
function of k, given by
hMr) =1+ HEkK (20)

where 7 is the initial yield stress, and H is the hardening modulus normalized
with the elastic modulus. Alternatively, an exponential hardening function

h(K) = Tiimit + (7o — Tiimit) € /" (21)

can be used for a more realistic description of hardening.

The stress-return algorithm is based on the Newton-iteration. In plasticity,
this is commonly called Closest-Point-Projection (CPP), and it generally leads
to quadratic convergence. The implemented algorithm is convergent in any
stress case, but in the vicinity of the vertex region, quadratic convergence might
be lost because of insufficient regularity of the yield function.



The algorithmic tangent stiffness matrix is implemented for both the reg-
ular case and the vertex region. Generally, the error decreases quadratically
(of course only asymptotically). Again, in the vicinity of the vertex region,
quadratic convergence might be lost due to insufficient regularity. Furthermore,
the tangent stiffness matrix does not always exist for the vertex case. In these
cases, the elastic stiffness is used instead. It is generally safer (but slower) to
use the elastic stiffness if you encounter any convergence problems, especially if
your problem is tension-dominated.

Description DP material

Record Format | DruckerPrager numen) # den) # tAlphaen) # Een #
Nen) # alphaen) # alphaPsien) # hteny # iysen) # lysen) #
hmemy # keeny # [ yieldtolen) #]

Parameters - num material model number

- d material density

- tAlpha thermal dilatation coefficient

- F Young modulus

- n Poisson ratio

- alpha friction coefficient

alphaPsi dilatancy coefficient

- ht hardening type, 1: linear hardening, 2: exponential
hardening

- 1ys initial yield stress in shear, 7

- lys limit yield stress for exponential hardening, Tjimi¢

- hm hardening modulus normalized with E-modulus (!)

- ke k. for the exponential softening law

- yieldtol tolerance of the error in the yield criterion, default
value 1.e-14

Table 4: DP material - summary.

1.2.2 Mises plasticity model with isotropic damage

This model is appropriate for the description of plastic yielding in ductile mate-
rial such as metals, and it can also cover the effects of void growth. The model
uses the Mises yield condition (in terms of the second deviatoric invariant, Js),
associated flow rule, linear isotropic hardening driven by the cumulative plastic
strain, and isotropic damage, also driven by the cumulative plastic strain. The
model can be used in the small-strain context, with additive split of the strain
tensor into the elastic and plastic parts, or in the large-strain context, with mul-
tiplicative split of the deformation gradient and with yield condition formulated
in terms of Kirchhoff stress (which is the true Cauchy stress multiplied by the
Jacobian).

Small-strain formulation: The small-strain version of hardening Mises plas-
ticity can be combined with isotropic damage. The basic equations include the
additive decomposition of strain into elastic and plastic parts,

€ = E¢ + Ep; (22)



the stress strain law
c=(1-w)og=(1-w)D:(e—¢p), (23)

the definition of the yield function in terms of the effective stress,

f(3,k) =4/ g@ : 8 —oy(k), (24)

the incremental definition of cumulative plastic strain

k= [l€pll; (25)
the linear hardening law
oy (k) = 00 + Hr, (26)
the evolution law for the plastic strain
. Of
Eh = A== 27
€p Os ’ ( )
the loading-unloading conditions
A>0  f(3,k) <0 Af(3,K) =0. (28)
and the damage law
w(k) = we(l —e ), (29)

In the equations above, € is the strain tensor, €. is the elastic strain tensor, g,
is the plastic strain tensor, D is the elastic stiffness tensor, o is the nominal
stress tensor, & is the effective stress tensor, 8 is the effective deviatoric stress
tensor, oy is the magnitude of stress at yielding under uniaxial tension (or
compression), k is the cumulated plastic strain, H is the hardening modulus, A
is the plastic multiplier, w is the damage variable, w, is critical damage and a
is a positive dimensionless parameter.

Large-strain formulation is based on the introduction of an intermediate
local configuration, with respect to which the elastic response is characterized.
This concept leads to a multiplicative decomposition of deformation gradient
into elastic and plastic parts:

F =F°F”. (30)

The stress-evaluation algorithm can be based on the classical radial return map-
ping; see [I1] for more details. Damage is not yet implemented in the large-strain
version of the model.

The model description and parameters are summarized in Table [5]

1.2.3 Nonlocal formulation

The small-strain version of the model is regularized by the over-nonlocal formu-
lation with damage driven by a combination of local and nonlocal cumulated
plastic strain,

k= (1—-m)k+mRg, (31)
where m is a dimensionless material parameter (typically m > 1) and & is the
nonlocal cumulated plastic strain, which is evaluated either using the integral
approach, or using the implicit gradient approach.

10



Description Mises plasticity with isotropic hardening

Record Format MisesMat (n) # dem) # Eeny # nemy # 8ig00m) # Heny #
omega_Crit(m) #acm) #

Parameters - material number

- d material density

- E Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus (can be negative in the case of plas-
tic softening)

- omega_crit critical damage in damage law

- a exponent in damage law

Supported modes | 1dMat, PlaneStress, 3dMat, 3dMatF

Table 5: Mises plasticity — summary.

Integral nonlocal formulation One possible regularization technique is based
on the integral definition of nonlocal cumulated plastic strain

R(x) = /Oé(:l,’,S)li(S) ds (32)

1%

The nonlocal weight function is usually defined as

ao(f|z = sl)

alz,s) = Tao(lz 1) & (33)
v
where )
(1-4) ifr<r
ao(r) = (34)

0 ifr>R

is a nonnegative function, for » < R monotonically decreasing with increasing
distance r = ||z — s||, and V denotes the domain occupied by the investigated
material body. The key idea is that the damage evolution at a certain point
depends not only on the cumulated plastic strain at that point, but also on
points at distances smaller than the interaction radius R, considered as a new
material parameter.

Implicit gradient formulation The gradient formulation can be conceived
as the differential counterpart to the integral formulation. The nonlocal cu-
mulated plastic strain is computed from a Helmholtz-type differential equation

E—IPVE=k (35)
with homogeneous Neumann boundary condition
OR
— =0. 36
o (36)
In , l is the length scale parameter and V is the Laplace operator.

11



The model description and parameters are summarized in Tables [6] and
Note that the internal length parameter r has the meaning of the radius of
interaction R for the integral version (and thus has the dimension of length)
but for the gradient version it has the meaning of the coefficient [? multiplying
the Laplacean in , and thus has the dimension of length squared.

Description

Nonlocal Mises plasticity with isotropic hardening

Record Format

Parameters

Supported modes

MisesMatNI ¢n) # den) # Een) # nen) # sig0em) # Heny #
omega_critm) Haem) Fren) FMen) F#

- material number

- d material density

- E Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus

- omega_crit critical damage

- a exponent in damage law

- r nonlocal interaction radius R from eq.
- m over-nonlocal parameter

1dMat, PlaneStress, 3dMat

Table 6:

Nonlocal integral Mises plasticity — summary.

Description

Gradient-enhanced Mises plasticity with isotropic damage

Record Format

Parameters

Supported modes

MisesMatGrad (n # den) # Een) # neny # sig0en) #
Hony # omega_Critem) Haen) Hren) FMen) F#

- material number

- d material density

- F ' Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus

- omega_crit critical damage

- a exponent in damage law

- rinternal length scale parameter [? from eq.

- m over-nonlocal parameter

1dMat, PlaneStress, 3dMat

Table 7: Gradient-enhanced Mises plasticity — summary.

1.2.4 Rankine plasticity model with isotropic damage

This model has a very similar structure to the model described in Section [1.2.2
but is based on the Rankine yield condition. It is available in the small-strain
version only, and so far exclusively for plane stress analysis. The basic equations

7 and 7 remain valid, and the yield function is redefined

as

fle,r) = max oy — oy (k) (37)

12




where G; are the principal values of the effective stress tensor &. In damage
law , parameter w. is always set to 1. The user can specify either the
exponent a from , or the dissipation per unit volume, g¢, which represents
the area under the stress-strain diagram (and parameter a is then determined
automatically such that the area under the diagram has the prescribed value).

The model description and parameters are summarized in Tables Note
that the default value of parameter m is equal to 1 for the integral model but for
the gradient model it is equal to 2. Also note that the internal length parameter
r has the meaning of the radius of interaction R for the integral version (and thus
has the dimension of length) but for the gradient version it has the meaning of
the coefficient [? multiplying the Laplacean in , and thus has the dimension
of length squared.

For the gradient model it is possible to specify parameter negligible_damage,
which sets the minimum value of damage that is considered as nonzero. The
approximate solution of Helmholtz equation can lead to very small but
nonzero nonlocal kappa at some points that are actually elastic. If such small
values are positive, they lead to a very small but nonzero damage. If this is
interpreted as ”loading”, the tangent terms are activated, but damage will not
actually grow at such points and the convergence rate is slowed down. It is
better to consider such points as elastic. By default, negligible_damage is set to
0, but it is recommended to set it e.g. to 1.e-6.

Description Rankine plasticity with isotropic hardening and damage

Record Format RankMat (n) # den) # Een) # nen) # siglen) # Heny #
(gf(rn) # H A(rn) #)

Parameters - material number

- d material density

- E Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus (default value 0.)

- ¢gf dissipation per unit volume

- @ exponent in damage law

Supported modes | PlaneStress

Table 8: Rankine plasticity — summary.

1.2.5 Perfectly plastic material with Mises yield condition

This is an older model, kept here for compatibility with previous versions. It
uses Mises plasticity condition with no hardening and under small strain only.
The model description and parameters are summarized in Table All its
features are included in the model described in Section [.2.2]

1.2.6 Composite plasticity model for masonry

Masonry is a composite material made of bricks and mortar. Nonlinear behavior
of both components should be considered to obtain a realistic model able to de-
scribe cracking, slip, and crushing of the material. The model is based on paper

13



Description Nonlocal Rankine plasticity with isotropic hardening and
damage

Record Format RankMatNNl1 (in) # d(rn) # E(rn) # I (rn) # SigO(m) # H(rn) #
(gfemy # || acn) #)ren) #Fmen #

Parameters - material number

- d material density

- F Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus (default value 0.)

- ¢gf dissipation per unit volume

- a exponent in damage law

- rinternal length scale parameter [? from eq.

- m over-nonlocal parameter (default value 1.)

Supported modes | PlaneStress

Table 9: Nonlocal Rankine plasticity — summary.

Description Gradient-enhanced Rankine plasticity with isotropic hard-
ening and damage

Record Format RankMatGrad n) # den) # Eeny # nemy # siglen) #
Heny # (gf(m) # || aen)  F)Tem) Hmen  Fnegligi-
ble_damage(n) #

Parameters - material number

- d material density

- F ' Young’s modulus

- n Poisson’s ratio

- sig0 initial yield stress in uniaxial tension (compression)
- H hardening modulus (default value 0.)

- gf dissipation per unit volume

- a exponent in damage law (29))

- rinternal length scale parameter [ from eq.

- m over-nonlocal parameter (default value 2.)

- negligible_damage optional parameter (default value 0.)
Supported modes | PlaneStress

Table 10: Gradient-enhanced Rankine plasticity — summary.

by Lourenco and Rots [§]. It is formulated on the basis of softening plasticity
for tension, shear, and compression (see ﬁg.). Numerical implementation is
based on modern algorithmic concepts such as implicit integration of the rate
equations and consistent tangent stiffness matrices.

The approach used in this work is based on idea of concentrating all the dam-
age in the relatively weak joints and, if necessary, in potential tension cracks
in the bricks. The joint interface constitutive model should include all impor-
tant damage mechanisms. Here, the concept of interface elements is used. An
interface element allows to incorporate discontinuities in the displacement field
and its behavior is described in terms of a relation between the tractions and
relative displacement across the interface. In the present work, these quanti-
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Description

Perfectly plastic material with Mises condition

Record Format

Parameters

Supported modes

Steell numen) # den) # E@ny # nen) # tAlphaes) #
Ry #

- num material model number

- d material density

- E Young modulus

- n Poisson ratio

- tAlpha thermal dilatation coefficient

- Ry uniaxial yield stress

3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer 3dBeam, PlaneStressRot

Table 11: Perfectly plastic material with Mises condition — summary.

Friction
mode

Intermediate
surface

. Tension
e N | mode

- o
Initial surfaf_&/ Residual surface

Figure 1: Composite yield surface model for masonry

ties will be denoted as o, generalized stress, and e, generalized strain. For 2D
configuration, o = {o,7}7 and € = {u,,us}7, where o and 7 are the normal
and shear components of the traction interface vector and n and s subscripts
distinguish between normal and shear components of displacement vector. The

/—.\
R

v
hi—
n
h,t

y: —
o |
I

Interface elements (joints)

Continuum elements (brick)

Figure 2: Modeling strategy for masonry
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elastic response is characterized in terms of elastic constitutive matrix D as
o = De (38)

For a 2D configuration D = diag{kn,ks}. The terms of the elastic stiffness
matrix can be obtained from the properties of both masonry and joints as

EbEm Gme
o = e =
tm(Eb - Em) tm(Gb - Gm) (39)

where E}, and F,, are Young’s moduli, G, and G,, shear moduli for brick and
mortar, and t,, is the thickness of joint. One should note, that there is no contact
algorithm assumed between bricks, this means that the overlap of neighboring
units will be visible. On the other hand, the interface model includes a com-
pressive cap, where the compressive inelastic behavior of masonry is lumped.

Tension mode In the tension mode, the exponential softening law is assumed
(see fig.(3)). The yield function has the following form

filo, k1) =0 — fi(k1) (40)

where the yield value f; is defined as

fe = froexp <—g?f€1> (41)
!

The fio represents tensile strength of joint or interface; and ch is mode-I frac-

0.2

0.15

0.1

0.05

|
o0 0.2 0.4

Figure 3: Tensile behavior of proposed model (f; = 0.2 MPa, G% =
0.018 N/mm)

ture energy. For the tension mode, the associated flow hypothesis is assumed.

Shear mode For the shear mode a Coulomb friction envelope is used. The
yield function has the form

fa(o, ko) = |7| + o tan ¢(ka) — c(K2) (42)
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According to [8] the variations of friction angle ¢ and cohesion ¢ are assumed
as

¢ = cpexp (Cjﬁj@) (43)
f

tang = tandg + (tan ¢, — tan o) (Coc_ C) (44)
0

where ¢q is initial cohesion of joint, ¢¢ initial friction angle, ¢, residual friction
angle, and chl fracture energy in mode II failure. A non-associated plastic
potential g, is considered as

g2 =|7|+otan® — ¢ (45)

— 0=-1.0
-- 0=-05
-—- 0=—-0.1

Figure 4: Shear behavior of proposed model for different confinement levels in
MPa (co = 0.8 MPa, tang¢o = 1.0, tan ¢, = 0.75,and G} = 0.05 N/mm)

Coupling of tension/shear modes The tension and Coulomb friction modes
are coupled with isotropic softening. This means that the percentage of soften-
ing in the cohesion is assumed to be the same as on the tensile strength

Gf fuo

G e _
G; Co

— AL+ A 46
G T L (0)

k1= M + A2; Ko

This follows from and . However, in the corner region, when both yield
surfaces are activated, such approach will lead to a non-acceptable penalty. For
this reason a quadratic combination is assumed

2 2
G[ GII
K1 = (/\1)2 + <f00)\2> ;Ko = <(§?Al> + ()‘2)2 (47)
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Cap mode For the cap mode, an ellipsoid interface model is used. The yield
condition is assumed as

fg(O', Iig) = Cnn02 + CSST2 + CnO' — 5’2(:‘{3) (48)

where C,,,, Css, and C,, are material model parameters and ¢ is yield value,
originally assumed in the following form of hardening/softening law [g]

_ _ _ _ 2K K2
G1(ks) = i+ (0p— i)y — =55 k3 € (0,5p)
Kp K2
K K 2
_ _ _ — 3
malia) = 0+ @ =3 () € i) (19)
Km — Kp
_ _ _ _ K3 — KR
a3(k3) = &+ (G — 5p)exp (m3m> ; k3 € (Km,00)
Om — O

with m = 2(&,, — )/ (km — kp). The hardening/softening law is shown in
ﬁg.. Note that the curved diagram is a C' continuous o — k3 relation. The
energy under the load-displacement diagram can be related to a “compressive
fracture energy”. The original hardening law 1) exhibits indefinite slope for
k3 = 0, which can cause the problems with numerical implementation. This has
been overcomed by replacing this hardening law with parabolic equation given
by

G1(k3) = 51 — 2% (55 — Gp) * — + (71 — ) (50)

Kp Kp

An associated flow and strain hardening hypothesis are being considered. This
yields

fis = A31/ (2000 + Cp) % (2010 + Cy) + (205,7) * (2C47) (51)

Il 59!

Figure 5: Hardening/softening law for cap mode

The model parameters are summarized in table There is one algorithmic
issue, that follows from the model formulation. Since the cap mode harden-
ing/softening is not coupled to hardening/softening of shear and tension modes
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the it may happen that when the cap and shear modes are activated, the re-
turn directions become parallel for both surfaces. This should be avoided by
adjusting the input parameters accordingly (one can modify dilatancy angle, for
example).

Description Composite plasticity model for masonry

Record Format Masonry02 numgn # deny # Een) # neny # {t06n) #
gfiem) # gliien) # kiem) # kSem) # c0emy # tanfi0en) # tan-
firem) # tanpsicn) # Sien) # SPp(em) F# SM(m) F STn) # Kpom) #
kM) # Kty # cNen) F# €SSem) # Cemy FE

Parameters - num material model number

- d material density

- F Young modulus

- n Poisson ratio

- ft0 tensile strength

- gft fracture energy for mode I

- gfti fracture energy for mode II

- kn joint elastic property

- ks joint elastic property

- ¢0 initial cohesion

- tanfi0 initial friction angle

- tanfir residual friction angle

- tanpsi dilatancy

- {st, sp, sm, sr} cap parameters {G;,Tp, Om, 0y}

- {kp, km,kr} cap parameters {Kp, Km, Kr }

- cnm,ess,cn cap mode parametrs

Supported modes | _2dInterface

Table 12: Composite model for masonry - summary.

1.2.7 Nonlinear elasto-plastic material model for concrete plates and
shells

Nonlinear elasto-plastic material model with hardening. Takes into account
uniaxial stress + transverse shear in concrete layers with transverse stirrups.
Can be used only for 2d plates and shells with layered cross section and together
with explicit integration method (stiffness matrix is not provided). The model
description and parameters are summarized in table

1.3 Material models for tensile failure

1.3.1 Nonlinear elasto-plastic material model for concrete plates and
shells

The description can be found is section [[.277]

1.3.2 Smeared rotating crack model

Implementation of smeared rotating crack model. Virgin material is modeled as
isotropic linear elastic material (described by Young modulus and Poisson ratio).

19



Description

Nonlinear elasto-plastic material model for concrete plates
and shells

Record Format

Parameters

Supported modes

Concrete2 numen) # den) # Ean # neny) # SCCCany #
SCCTwy # EPPwy # EPUw # EOPUwy #
EOPPun # SHEARTOLGn # IS.PLASTIC_FLOW@n) #
IFAD@y #  STIRR.E@n #  STIRR Fteny #
STIRR_ Awny # STIRR.TOL(n # STIRR.EREF(m) #
STIRR_LAMBDA () #

- num material model number

- d material density

- F Young modulus

- n Poisson ratio

- SCCC pressure strength

- SCCT tension strength

- EPP threshold effective plastic strain for softening in com-
pression

- EPU ultimate eff. plastic strain

- FOPP threshold volumetric plastic strain for softening in
tension

- EOPU ultimate volumetric plastic strain

- SHEARTOL threshold value of the relative shear defor-
mation (psi**2/eef) at which shear is considered in lay-
ers. For lower relative shear deformations the transverse
shear remains elastic decoupled from bending. default value
SHEARTOL = 0.01

- IS_.PLASTIC_FLOW indicates that plastic flow (not de-
formation theory) is used in pressure

- IFAD State variables will not be updated, otherwise up-
date state variables

- STIRR_FE Young modulus of stirrups

- STIRR_R stirrups uniaxial strength = elastic limit

- STIRR_A stirrups area/unit length (beam) or /unit area
(shell)

- STIRR_TOL stirrups tolerance of equilibrium in the z
direction (=0 no iteration)

- STIRR_ERFEF stirrups reference strain rate for Peryzna’s
material

- STIRR_-LAMBDA coefficient for that material (stirrups)
- SHTIRR_H isotropic hardening factor for stirrups
3dShellLayer, 2dPlateLayer

Table 13: Nonlinear elasto-plastic material model for concrete - summary.

The onset of cracking begins, when principal stress reaches tensile strength.
Further behavior is then determined by softening law, governed by principle of
preserving of fracture energy Gy. For large elements, the tension strength can
be artificially reduced to preserve fracture energy. Multiple cracks are allowed.
The elastic unloading and reloading is assumed. In compression regime, this
model correspond to isotropic linear elastic material. The model description
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and parameters are summarized in table

Description Rotating crack model for concrete

Record Format Concrete3 den) # Ewn) # nen) # Gieny # Ften) #
exp_softin) # tAlphaen) #

Parameters - num material model number

- d material density

- E Young modulus

- n Poisson ratio

- Gf fracture energy

- F't tension strength

- exp_soft determines the type of softening (0 = exponential,
1 = linear)

- tAlpha thermal dilatation coefficient

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer

Table 14: Rotating crack model for concrete - summary.

1.3.3 Smeared rotating crack model with transition to scalar damage
- linear softening

Implementation of smeared rotating crack model with transition to scalar dam-
age with linear softening law. Improves the classical rotating model (see sec-
tion by introducing the transition to scalar damage model in later stages
of tension softening.

Traditional smeared-crack models for concrete fracture are known to suffer
by stress locking (meaning here spurious stress transfer across widely opening
cracks), mesh-induced directional bias, and possible instability at late stages
of the loading process. The combined model keeps the anisotropic character
of the rotating crack but it does not transfer spurious stresses across widely
open cracks. The new model with transition to scalar damage (RC-SD) keeps
the anisotropic character of the RCM but it does not transfer spurious stresses
across widely open cracks.

Virgin material is modeled as isotropic linear elastic material (described
by Young modulus and Poisson ratio). The onset of cracking begins, when
principal stress reaches tensile strength. Further behavior is then determined
by linear softening law, governed by principle of preserving of fracture energy
Gy. For large elements, the tension strength can be artificially reduced to
preserve fracture energy. The transition to scalar damage model takes place,
when the softening stress reaches the specified limit. Multiple cracks are allowed.
The elastic unloading and reloading is assumed. In compression regime, this
model correspond to isotropic linear elastic material. The model description
and parameters are summarized in table

1.3.4 Smeared rotating crack model with transition to scalar damage
- exponential softening

Implementation of smeared rotating crack model with transition to scalar dam-
age with exponential softening law. The description and model summary (ta-
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Description Smeared rotating crack model with transition to scalar
damage - linear softening

Record Format RCSD dun) # Ewn) # neny # Gfen) # Ften) # sdtransi-
tioncoeffon) # tAlphaces) #

Parameters - num material model number

- d material density

- F Young modulus

- n Poisson ratio

- Gf fracture energy

- Ft tension strength

- sdtransitioncoeff determines the transition from RC to SD
model. Transition takes plase when ratio of current soften-
ing stress to tension strength is less than sdtransitioncoeff
value

- tAlpha thermal dilatation coefficient

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer

Table 15: RC-SD model for concrete - summary.

ble are the same as for the RC-SD model with linear softening law (see

section [1.3.3]).

Description Smeared rotating crack model with transition to scalar
damage - exponential softening

Record Format | RCSDE d@n) # Een) # nen) # Gfeny # Ften) # sdtransi-
tioncoeffon) # tAlphaem) #

Table 16: RC-SD model for concrete - summary.

1.3.5 Nonlocal smeared rotating crack model with transition to scalar
damage

Implementation of nonlocal version of smeared rotating crack model with tran-
sition to scalar damage. Improves the classical rotating model (see section
by introducing the transition to scalar damage model in later stages of tension
softening. The improved RC-SD (see section is further extended to a
nonlocal formulation, which not only acts as a powerful localization limiter but
also alleviates mesh-induced directional bias. A special type of material insta-
bility arising due to negative shear stiffness terms in the rotating crack model is
resolved by switching to SD mode. A bell shaped nonlocal averaging function
is used.

Virgin material is modeled as isotropic linear elastic material (described
by Young modulus and Poisson ratio). The onset of cracking begins, when
principal stress reaches tensile strength. Further behavior is then determined
by exponential softening law.

The transition to scalar damage model takes place, when the softening stress
reaches the specified limit or when the loss of material stability due to negative
shear stiffness terms that may arise in the standard RCM formulation, which
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takes place when the ratio of minimal shear coefficient in stiffness to bulk ma-
terial shear modulus reaches the limit.

Multiple cracks are allowed. The elastic unloading and reloading is assumed.
In compression regime, this model correspond to isotropic linear elastic material.
The model description and parameters are summarized in table [I7]

Description

Nonlocal smeared rotating crack model with transition to
scalar damage for concrete

Record Format

Parameters

Supported modes

RCSDNL dny # Een) # nen) # Ften) # sdtransitionco-
eff(mny # sdtransitioncoeff2¢n) # ren) # tAlphacn) #

- num material model number

- d material density

- F Young modulus

- n Poisson ratio

- ef deformation corresponding to fully open crack

- Ft tension strength

- sdtransitioncoeff determines the transition from RC to SD
model. Transition takes place when ratio of current soften-
ing stress to tension strength is less than sdtransitioncoeff
value

- sdtransitioncoeff2 determines the transition from RC to
SD model. Transition takes place when ratio of current
minimal shear stiffness term to virgin shear modulus is less
than sdtransitioncoeff2 value

- r parameter specifying the width of nonlocal averaging
zone

- tAlpha thermal dilatation coefficient

- regionMap map indicating the regions (currently region is
characterized by cross section number) to skip for nonlo-
cal avaraging. The elements and corresponding IP are not
taken into account in nonlocal averaging process if corre-
sponding regionMap value is nonzero.

3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer

Table 17: RC-SD-NL model for concrete - summary.

1.3.6 Isotropic damage model for tensile failure

This isotropic damage model assumes that the stiffness degradation is isotropic,
i.e., stiffness moduli corresponding to different directions decrease proportionally
and independently of the loading direction. The damaged stiffness tensor is
expressed as D = (1 —w) D, where w is a scalar damage variable and D, is the
elastic stiffness tensor. The damage evolution law is postulated in an explicit
form, relating the damage variable w to the largest previously reached equivalent

strain level, k.

The equivalent strain, £, is a scalar measure derived from the strain tensor.
The choice of the specific expression for the equivalent strain affects the shape
of the elastic domain in the strain space and plays a similar role to the choice
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of a yield condition in plasticity. The following definitions of equivalent strain
are currently supported:

e Mazars (1984) definition based on norm of positive part of strain:

3
E= | (en)? (52)

where (1) are positive parts of principal values of the strain tensor e.

e Definitions derived from the Rankine criterion of maximum principal
stress:

(53)

(O
I

£ = (54)

where 67, I = 1,2, 3, are the principal values of the effective stress tensor
o = D, : e and (G5) are their positive parts.

e Energy norm scaled by Young’s modulus to obtain a strain-like quantity:

s /e:DEe:s (55)

e Modified Mises definition, proposed by de Vree et al. (1995):

. (k=1L 1 [ (k=12 ,  12kJa
E_zk(12y)+2k\/(12,,)2115 1+ (56)

where X
I = Zel
I=1
is the first strain invariant (trace of the strain tensor),

3

1 1
JQ&- = 525? — 61125

is the second deviatoric strain invariant, and k is a model parameter that
corresponds to the ratio between the uniaxial compressive strength f. and
uniaxial tensile strength f.

Note that all these definitions are based on the three-dimensional description
of strain (and stress). If they are used in a reduced problem, the strain com-
ponents that are not explicitly provided by the finite element approximation
are computed from the underlying assumptions and used in the evaluation of
equivalent strain. For instance, in a plane-stress analysis, the out-of-plane com-
ponent of normal strain is calculated from the assumption of zero out-of-plane
normal stress (using standard Hooke’s law).
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Since the growth of damage usually leads to softening and may induce lo-
calization of the dissipative process, attention should be paid to proper regu-
larization. The most efficient approach is based on a nonlocal formulation; see
Section If the model is kept local, the damage law should be adjusted
according to the element size, in the spirit of the crack-band approach. When
done properly, this ensures a correct dissipation of energy in a localized band
of cracking elements, corresponding to the fracture energy of the material. For
various numerical studies, it may be useful to specify the parameters of the
damage law directly, independently of the element size. One should be aware
that in this case the model would exhibit pathological sensitivity to the size of
finite elements if the mesh is changed.

The following damage laws are currently implemented:

e Cohesive crack with exponential softening postulates a relation be-
tween the normal stress o transmitted by the crack and the crack opening

w in the form
w
o= frexp (—)
wg

Here, f¢ is the tensile strength and wy is a parameter with the dimension
of length (crack opening), which controls the ductility of the material.
In fact, wy = Gy/f; where Gy is the mode-I fracture energy. In the
context of the crack-band approach, the crack opening w corresponds to
the inelastic (cracking) strain . multiplied by the effective thickness h of
the crack band. The effective thickness h is estimated by projecting the
finite element onto the direction of the maximum principal strain (and
stress) at the onset of damage. The inelastic strain e, is the difference
between the total strain e and the elastic strain ¢/F. For the damage
model we obtain

g
c = - = = - 1 - ==
9 3 9 ( OJ)E we

and thus w = he, = hwe. Substituting this into the cohesive law and com-
bining with the stress-strain law for the damage model, we get a nonlinear

equation
h
(1—w)Fe = fiexp (—wg>

wg

For a given strain e, the corresponding damage variable w can be solved
from this equation by Newton iterations. It can be shown that the solution
exists and is unique for every € > gg provided that the element size h
does not exceed the limit size hyqe = wy/eo. For larger elements, a local
snapback in the stress-strain diagram would occur, which is not admissible.
In terms of the material properties, hy,q,; can be expressed as EGy/ 12,
which is related to Irwin’s characteristic length.

The derivation has been performed for monotonic loading and uniaxial
tension. Under general conditions, ¢ is replaced by the internal variable
K, which represents the maximum previously reached level of equivalent
strain.

In the list of input variables, the tensile strength f; is not specified directly
but through the corresponding strain at peak stress, g = f;/E, denoted by
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keyword el. Another input parameter is the characteristic crack opening
wy, denoted by keyword wf.

Cohesive crack with linear softening is based on the same correspon-
dence between crack opening and inelastic strain, but the cohesive law is
assumed to have a simpler linear form

O':ft<1—w)
wy

The relation between damage and strain can then be derived from the
cohesive law and substituing w = hwe

U:(l—w)Ef::ft(]-_hw{g)a

wy

which leads to explicit evaluation of the damage variable

&0
13

w =
h
L heo
wy

and no iteration is needed. Parameter wy, denoted again by keyword
wf, has now the meaning of crack opening at complete failure (zero co-
hesive stress) and is related to fracture energy by a modified formula
wy¢ = 2G ¢/ fr. The expression for maximum element size, ez = wy/eo,
remains the same as for cohesive law with exponential softening, but in
terms of the material properties it is now translated as o, = 2EGy/ f7.

Cohesive crack with bilinear softening is implemented in an approx-
imate fashion and gives for different mesh sizes the same total dissipation
but different shapes of the softening diagram. Instead of properly trans-
forming the crack opening into inelastic strain, the current implementation
deals with a stress-strain diagram adjusted such that the areas marked in
the right part of Fig. [f] are equal to the fracture energies Gy and G
divided by the element size. The third parameter defining the law is the
strain € at which the softening diagram changes slope. Since this strain
is considered as fixed, the corresponding stress o depends on the element
size and for small elements gets close to the tensile strength (the diagram
then gets close to linear softening with fracture energy Gy).

Linear softening stress-strain law works directly with strain and does
not make any adjustment for the element size. The specified parameters €¢
and €, denoted by keywords e0 and ef, have the meaning of (equivalent)
strain at peak stress and at complete failure. The linear relation between
stress and strain on the softening branch is obtained with the damage law

w = 2 (1—5—())
€f — €0 €

Again, to cover general conditions, ¢ is replaced by k.
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e Exponential softening stress-strain law also uses two parameters g
and €, denoted by keywords e0 and ef, but leads to a modified dependence

of damage on strain:
€0 < €—¢g )
w=1—-—exp|—
€ gf —€o

e Mazars stress-strain law uses three parameters, g, A; and By, denoted
by keywords e0, At and Bt, and the dependence of damage on strain is
given by

(1—Ay)eo
€

w=1- — Asexp (Bi(e — 9))
e Smooth exponential stress-strain law uses two parameters, ¢y and
My, denoted by keywords e0 and md, and the dependence of damage on

strain is given by
( ( E >Md>
w=1l—exp|—|(—
€0

This leads to a stress-strain curve that immediately deviates from linearity
(has no elastic part) and smoothly changes from hardening to softening,
with tensile strength

ft = Feg (eMd)fl/Md

¢ Extended smooth stress-strain law is a special formulation used by
Grassl and Jirdsek (2010). The damage law has a rather complicated form:

1 /e\™
l—eXp <_m (5) ) if€§€1
p

w= €3 E€—¢€1 . (57)
1——exp|[— = ife > e

e e |1+ (552) ]

The primary model parameters are the uniaxial tensile strength f;, the
strain at peak stress (under uniaxial tension) e, and additional param-
eters €1, €2 and n, which control the post-peak part of the stress-strain
law. In the input record, they are denoted by keywords ft, ep, el, €2, nd.
Other parameters that appear in can be derived from the condition
of zero slope of the stress-strain curve at x = ¢, and from the conditions
of stress and stiffness continuity at k = e1:

1

" R o
€1

TS G 1 o

e3 = erexp <—; (2)m) (60)

Note that parameter damlaw determines which type of damage law should be
used, but the adjustment for element size is done only if parameter wfis specified
for damlaw=0 or damlaw=1. For other values of damlaw, or if parameter ef is
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specified instead of wf, the stress-strain curve does not depend on element size
and the model would exhibit pathological sensitivity to the mesh size. These
cases are intended to be used in combination with a nonlocal formulation. An
alternative formulation uses fracture energy to determine fracturing strain.

The model parameters are summarized in Table [I§] Figure [6] shows three
modes of a softening law with corresponding variables.

© Exponential softening o Linear softening © Bilinear softening
g .8 g cphli
@ Gy =wsfi=cshf; 7 2 = el
I I I
= = =
S S S
i _ f o ep=wys/h )
é:() - F «"uf ‘j/ n
t +—> t +—>
Equivalent strain, & Equivalent strain, & Equivalent strain, &

Figure 6: Implemented stress-strain diagrams for isotropic damage material.
Fracturing strain € ; and crack opening at zero stress w; are interrelated through
effective thickness h of the crack band. Note that the figure is somewhat mis-
leading because the grey area is not Gy but Gy/h and also because for ex-
ponential softening the approach based on an exponential cohesive law is not
exactly equivalent to the approach based on an exponential softening branch of
the stress-strain diagram; see the detailed discussion of the damage laws.

1.3.7 Nonlocal isotropic damage model for tensile failure

Nonlocal version of isotropic damage model from Section [1.3.6] The nonlocal
averaging acts as a powerful localization limiter. In the standard version of
the model, damage is driven by the nonlocal equivalent strain &, defined as a
weighted average of the local equivalent strain:

Ea) = /V a(e, £)2(€) e

In the “undernonlocal” formulation, the damage-driving variable is a combi-
nation of local and nonlocal equivalent strain, mé + (1 — m)é, where m is a
parameter between 0 and 1. (If m > 1, the formulation is called “overnonlocal”;
this case is useful for nonlocal plasticity but not for nonlocal damage.)

Instead of averaging the equivalent strain, one can average the compliance
variable v, directly related to damage according to the formula v = w/(1 — w).

The weight function « contains a certain parameter with the dimension of
length, which is in general called the characteristic length. Its specific meaning
depends on the type of weight function. The following functions are currently
supported:

e Truncated quartic spline, also called the bell-shaped function,

)= {1 2

where R is the interaction radius (characteristic length) and s is the dis-
tance between the interacting points. This function is exactly zero for
s > R, i.e., it has a bounded support.
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e Gaussian function

which is theoretically nonzero for an arbitrary large s and thus has an
unbounded support. However, in the numerical implementation the value
of ag is considered as zero for s > 2.5R.

e Exponential function
s

ag(s) = exp ( R)
which also has an unbounded support, but is considered as zero for s > 6R.
This function is sometimes called the Green function, because in 1D it
corresponds to the Green function of the Helmholtz-like equation used by
implicit gradient approaches.

e Piecewise constant function

(s) = 1 ifs<R
=Y 0 ifs>R

which corresponds to uniform averaging over a segment, disc or ball of
radius R.

e Function that is constant over the finite element in which point x is lo-
cated, and is zero everywhere else. Of course, this is not a physically
objective definition of nonlocal averaging, since it depends on the dis-
cretization. However, this kind of averaging was proposed in a boundary
layer by Prof. Bazant and was implemented into OOFEM for testing pur-
poses.

The above functions depend only on the distance s between the interacting
points and are not normalized. If the normalizing condition

/ afe.£) dg =1
Voo

is imposed in an infinite body V., it is sufficient to scale o by a constant and

set
o, ) = 22llz =€)

where

Vo = /Vm oo(l€]) dé

Constant V., can be computed analytically depending on the specific type of
weight function and the number of spatial dimensions in which the analysis is
performed. Since the factor 1/V,. can be incorporated directly in the definition
of ay, this case is referred to as “no scaling”.

If the body of interest is finite (or even semi-infinite), the averaging integral
can be performed only over the domain filled by the body, and the volume
contributing to the nonlocal average at a point & near the boundary is reduced
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as compared to points x far from the boundary or in an infinite body. To make
sure that the normalizing condition

/Va(a:,ﬁ) d¢=1

holds for the specific domain V', different approaches can be used. The standard
approach defines the nonlocal weight function as

ao(flz — £l

where

Vite) = [ oz - ¢l) de
v
According to the approach suggested by Borino, the weight function is defined

=W+<l_‘/‘§j>5(a§_£)

where § is the Dirac distribution. One can also say that the nonlocal variable
is evaluated as

a(w, §)

&(x) =

o [ anlle - ene) g+ (1- ) )

700

The term on the right-hand side after the integral is a multiple of the local
variable, and so it can be referred to as the local complement.
The model parameters are summarized in Tables [T9] and
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Description

Isotropic damage model for concrete in tension

Record Format

Parameters

Supported modes
Features

idml ¢n) # dony # Een) # noen # [tAlphaes) #] [equiv-
straintypein) #] [kon) #] [damlawin) #] €0an) # [wien) #]
[efin) #] [ekan) #] [gfem) #] [gften) #] [Atem #] [Bten) #]
[md ) #] [ften) #] [epen) #] [elen) #] [€2am) #] [nden) #] [max-
Omega(m) #]

- material number

- d material density

- F Young’s modulus

- n Poisson’s ratio

- tAlpha thermal expansion coefficient

- equivstraintype allows to choose from different definitions of
equivalent strain:

0 - default = Mazars, eq. (52))
1 - smooth Rankine, eq. (53]
2 - scaled energy norm, eq. (55)
3 - modified Mises, eq.

4 - standard Rankine, eq. (54)

- k ratio between uniaxial compressive and tensile strength,
needed only if equivstraintype=3, default value 1
- damlaw allows to choose from different damage laws:

0 - exponential softening (default) with parameters e0 and wf
| ef | gf

1 - linear softening with parameters e0 and wf | ef | gf

2 - bilinear softening with gf, gft, ek

3 - Hordijk softening (not implemented yet)

4 - Mazars damage law with parameters At and Bt

5 - smooth stress-strain curve with parameters e0 and md

6 - disable damage (dummy linear elastic material)

7 - extended smooth damage law with parameters ft, ep,
el, e2, nd

- el strain at peak stress (for damage laws 0,1,2,3), limit elastic
strain (for damage law 4), characteristic strain (for damage law
5)
- wf parameter controling ductility, has the meaning of crack
opening (for damage laws 0 and 1)
- ef parameter controling ductility, has the meaning of strain
(for damage laws 0 and 1)
- ek strain at knee point in bilinear softening type (for damage
law 2)
- gf fracture energy (for damage laws 0-2)
- gft total fracture energy (for damage law 2)
- At parameter of Mazars damage law, used only by law 4
- Bt parameter of Mazars damage law, used only by law 4
- md exponent used only by damage law 5, default value 1
- ft tensile strength, used only by damage law 7
ep strain at peak stress, used only by damage law 7
- el parameter used only by damage law 7
e2 parameter used only by damage law 7
- nd exponent used only by damage law 7
- marOmega maximum damage, used for convergence improve-
ment (its value is between 0 and 0.999999 (default), and it affects
only the secant stiffness but not the stress)
3dMat, PlaneStress, PlaneStrain, 1dMat
Adaptivity support
g

Table 18: Isotropic damage model for tensile failure — summary.




Description

Nonlocal isotropic damage model for concrete in tension

Record Format

Parameters

idmnll o) # den) # Een) # neny # [tAlphaes) #] [equivs-
traintype(n) #] [k(ru) #] [damlaW(m) #} e0en) # [ef(rn) #}
[At(m) #} [Bt(rn) #] [md(rn) #] Ien) F [regionMap(ia) #}
[witan) #] [averagingTypean) #] [men) #] [scalingin) #] [av-
eragedVarn #] [maxOmegacm) #]

- material number

- d material density

- E Young’s modulus

- n Poisson’s ratio

- tAlpha thermal expansion coefficient

- equivstraintype allows to choose from different definitions
of equivalent strain, same as for the local model; see Table

- k ratio between uniaxial compressive and tensile strength,
needed only if equivstraintype=3, default value 1

- damlaw allows to choose from different damage laws, same
as for the local model; see Table (note that parameter
wf cannot be used for the nonlocal model)

- e0 strain at peak stress (for damage laws 0,1,2,3), limit
elastic strain (for damage law 4), characteristic strain (for
damage law 5)

- ef strain parameter controling ductility, has the meaning
of strain (for damage laws 0 and 1), the tangent modulus
just after the peak is By = —f;/(ey — o)

- At parameter of Mazars damage law, used only by law 4
- Bt parameter of Mazars damage law, used only by law 4
- md exponent, used only by damage law 5, default value 1
- r nonlocal characteristic length R; its meaning depends
on the type of weight function (e.g., interaction radius for
the quartic spline)

- regionMap map indicating the regions (currently region is
characterized by cross section number) to skip for nonlo-
cal avaraging. The elements and corresponding IP are not
taken into account in nonlocal averaging process if corre-
sponding regionMap value is nonzero.

- wft selects the type of nonlocal weight function:

1 - default, quartic spline (bell-shaped function with
bounded support)

2 - Gaussian function

3 - exponential function (Green function in 1D)

4 - uniform averaging up to distance R

5 - uniform averaging over one finite element

— continued in Table[20] —

Table 19: Nonlocal isotropic damage model for tensile failure — summary.
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Description

Nonlocal isotropic damage model for concrete in tension

Supported modes
Features

- averaging Type activates a special averaging procedure, de-
fault value 0 does not change anything, value 1 means av-
eraging over one finite element (equivalent to wft=5, but
kept here for compatibility with previous version)

- m multiplier for overnonlocal or undernonlocal formula-
tion, which use m-times the local variable plus (1—m)-times
the nonlocal variable, default value 1

- scaling selects the type of scaling of the weight function
(e.g. near a boundary):

1 - default, standard scaling with integral of weight func-
tion in the denominator

2 - no scaling (the weight function normalized in an infi-
nite body is used even near a boundary)

3 - Borino scaling (local complement)

- averagedVar selects the variable to be averaged, default
value 1 corresponds to equivalent strain, value 2 activates
averaging of compliance variable

- maxOmega maximum damage, used for convergence im-
provement (its value is between 0 and 0.999999 (default),
and it affects only the secant stiffness but not the stress)
3dMat, PlaneStress, PlaneStrain, 1dMat

Adaptivity support

Table 20: Nonlocal isotropic damage model for tensile failure — continued.
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1.3.8 MDM - Anisotropic damage model

Local formulation The concept of isotropic damage is appropriate for ma-
terials weakened by voids, but if the physical source of damage is the initiation
and propagation of microcracks, isotropic stiffness degradation can be consid-
ered only as a first rough approximation. More refined damage models take
into account the highly oriented nature of cracking, which is reflected by the
anisotropic character of the damaged stiffness or compliance matrices.

A number of anisotropic damage formulations have been proposed in the lit-
erature. Here we use a model outlined by M. Jirdsek in [7], which is based on the
principle of energy equivalence and on the construction of the inverse integrity
tensor by integration of a scalar over all spatial directions. Since the model uses
certain concepts from the microplane theory, it is called the microplane-based
damage model (MDM).

The general structure of the MDM model is schematically shown in Fig.
[7 and the basic equations are summarized in Table Here, € and o are
the (nominal) second-order strain and stress tensors with components €;; and
oij; e and s are first-order strain and stress tensors with components e; and
si, which characterize the strain and stress on “microplanes” of different ori-
entations given by a unit vector m with components n;; 1 is a dimensionless
compliance parameter that is a scalar but can have different values for different
directions m; the symbol § denotes a virtual quantity; and a sumperimposed
tilde denotes an effective quantity, which is supposed to characterize the state
of the intact material between defects such as microcracks or voids.

Table 21: Basic equations of microplane-based anisotropic damage model

e=¢-n s =1s s=o-n
o (5[2‘:i sT.6ed) | ds-e=dsT - e | do:e=— | 6s-edQ
21 Q T JQ
&—i/(sT@@n) dQ e=1e s-:—i (e ® n)gym dQ
_27T O sym o _27T Q sym

elastic
compliance

Figure 7: Structure of microplane-based anisotropic damage model

Combining the basic equations, it is possible to show that the components
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of the damaged material compliance tensor are given by
Cijkl = Mpqiersle;qrs (61)

where Cp, .. are the components of the elastic material compliance tensor,

Miji = L (Wb + Yabje + Yindi + ¥j0i) (62)

are the components of the so-called damage effect tensor, and

3
Yij = %/Qiﬁninj d§2 (63)

are the components of the second-order inverse integrity tensor. The integra-
tion domain 2 is the unit hemisphere. In practice, the integral over the unit
hemisphere is evaluated by summing the contribution from a finite number of
directions, according to one of the numerical integration schemes that are used
by microplane models.

The scalar variable 1 characterizes the relative compliance in the direction
given by the vector n. If v is the same in all directions, the inverse integrity
tensor evaluated from is equal to the unit second-order tensor (Kronecker
delta) multiplied by %, the damage effect tensor evaluated from is equal
to the symmetric fourth-order unit tensor multiplied by %, and the damaged
material compliance tensor evaluated from is the elastic compliance tensor
multiplied by 2. The factor multiplying the elastic compliance tensor in the
isotropic damage model is 1/(1 —w), and so ¢ corresponds to 1/4/1 — w. In the
initial undamaged state, 1» = 1 in all directions. The evolution of ¢ is governed
by the history of the projected strain components. In the simplest case, ¥ is
driven by the normal strain ey = e;;n;n;. Analogy with the isotropic damage
model leads to the damage law

¥ = f(k) (64)
and loading-unloading conditions
glen, k) =eny — k <0, k>0, kglen,k) =0 (65)

in which « is a history variable that represents the maximum level of normal
strain in the given direction ever reached in the previous history of the mate-
rial. An appropriate modification of the exponential softening law leads to the
damage law

1 if Kk <eg

fk) = 5 exp ( k—eq

€f—eo

(66)

€0

) if kK> e

where ey is a parameter controlling the elastic limit, and ey > ey is another
parameter controlling ductility. Note that softening in a limited number of di-
rections does not necessarily lead to softening on the macroscopic level, because
the response in the other directions remains elastic. Therefore, eg corresponds
to the elastic limit but not to the state at peak stress.

If the MDM model is used in its basic form described above, the compres-
sive strength turns out to depend on the Poisson ratio and, in applications to
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concrete, its value is too low compared to the tensile strength. The model is de-
signed primarily for tensile-dominated failure, so the low compressive strength
is not considered as a major drawback. Still, it is desirable to introduce a
modification that would prevent spurious compressive failure in problems where
moderate compressive stresses appear. The desired effect is achieved by redefin-
ing the projected strain ey as

— (67)
1——o0
Feq kk

where m is a nonnegative parameter that controls the sensitivity to the mean
stress, ox is the trace of the stress tensor, and the normalizing factor Eeg is
introduced in order to render the parameter m dimensionless. Under compres-
sive stress states (characterized by o, < 0), the denominator in is larger
than 1, and the projected strain is reduced, which also leads to a reduction of
damage. A typical recommended value of parameter m is 0.05.

Nonlocal formulation Nonlocal formulation of the MDM model is based
on the averaging of the inverse integrity tensor. This roughly corresponds to
the nonlocal isotropic damage model with averaging of the compliance variable
v = w/(1 — w), which does not cause any spurious locking effects. In equation
for the evaluation of the damage effect tensor, the inverse integrity tensor
is replaced by its weighted average with components

Jis(@) = /V o, €)1 (€)d€ (68)

By fitting a wide range of numerical results, it has been found that the
parameters of the nonlocal MDM model can be estimated from the measurable
material properties using the formulas

_ EGy
A= R 7 (69)
_ As
A 0.0014\f (70)
_ i
O T (1= m)E(1.56 + 0.006)) (1)
ef = eo[l+ (1 —m)Al (72)

where E is Young’s modulus, G is the fracture energy, f; is the uniaxial tensile
strength, m is the compressive correction factor, typically chosen as m = 0.05,
and R is the radius of nonlocal interaction reflecting the internal length of the
material.

Input Record The model description and parameters are summarized in ta-
ble
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Description

MDM Anisotropic damage model

Record Format

Parameters

Common parameters

mdm dewy # nmpens) # talphaen) # parmdes) # non-
locan) # formulationgn) # modecn) #

-num material model number

- D material density

- nmp number of microplanes used for hemisphere integra-
tion, supported values are 21,28, and 61

- talpha thermal dillatation coeff

- parmd

- nonloc

- formulation

- mode

Nonlocal variant 1
Additional params

Ten) # efpen) # epon) #

-r nonlocal interaction radius

-efp €5p is a model parameter that controls the post-peak
slope esp =c¢ — €9, where € is strain at zero stress level.
-ep max effective strain at peak gg

Nonlocal variant II
Additional params

T(n) # gfen) # ften) #

-r nonlocal intraction radius
-gf fracture energy

-ft tensile strength

Local variant I
Additional params

efpen) # epen) #

-efp efp is a model parameter that controls the post-peak
slope €fp =c¢ — €9, where € is strain at zero stress level.
-ep max effective strain at peak ¢

Local variant 11
Additional params

gf(rn) # €P(rn) #
-gf fracture energy
-ep max effective strain at peak g

Supported modes
Features

3dMat, PlaneStress
Adaptivity support

Table 22: MDM model - summary.
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1.3.9 Isotropic damage model for interfaces

The model provides an interface law, which can be used to describe a damageable
interface between two materials (e.g. between steel reinforcement and concrete).
The law is formulated in terms of the traction vector and the displacement jump
vector. The basic response is elastic, with stiffness kn in the normal direction
and ks in the tangential direction. Similar to other isotropic damage models,
this model assumes that the stiffness degradation is isotropic, i.e., both stiffness
moduli decrease proportionally and independently of the loading direction. The
damaged stiffnesses are knxw and ksxw where w is a scalar damage variable.
The damage evolution law is postulated in an explicit form, relating the damage
variable w to the largest previously reached equivalent “strain” level, k.

The equivalent “strain”, £, is a scalar measure derived from the displacement
jump vector. The choice of the specific expression for the equivalent strain af-
fects the shape of the elastic domain in the strain space and plays a similar
role to the choice of a yield condition in plasticity. Currently, in the present
implementation, € is equal to the positive part of the normal diplacement jump
(opening of the interface). Only the exponential softening damage law is sup-

ported:
o ft(/ﬁ? — 5())
=1-=
@ K P < Gy )

The model parameters are summarized in Table 23]

Description Isotropic damage model for concrete in tension

Record Format isointrfdmO01 knen) # kseny # ften) # gfomy # [ max-
omegam) #] talphaen) # den) #

Parameters - d material density

- tAlpha thermal dilatation coefficient

- kn elastic stifness in normal direction

- ks elastic stifness in tangential direction

- ft tensile strength

- gf fracture energy

- mazxomega maximum damage, used for convergence improve-
ment (its value is between 0 and 0.999999 (default), and it affects
only the secant stiffness but not the stress)

Supported modes | 2dInterface, 3dInterface

Features

Table 23: Isotropic damage model for interface elements — summary.

1.4 Material models specific to concrete
1.4.1 Mazars damage model for concrete

This isotropic damage model assumes that the stiffness degradation is isotropic,
i.e., stiffness moduli corresponding to different directions decrease proportionally
and independently of direction of loading. It introduces two damage parameters
wt and w, that are computed from the same equivalent strain using two different
damage functions g; and g.. The g; is identified from the uniaxial tension tests,
while g. from compressive test. The damage parameter for general stress states
w is obtained as a linear combination of w; and w¢: w = a;g¢ + acge, where the
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coefficients «; and «. take into account the character of the stress state. The
damaged stiffness tensor is expressed as D = (1 —w)D®. Damage evolution law
is postulated in an explicit form, relating damage parameter and scalar measure
of largest reached strain level in material, taking into account the principle of
preserving of fracture energy G¢. The equivalent strain, i.e., a scalar measure
of the strain level is defined as norm from positive principal strains. The model
description and parameters are summarized in table

Description Mazars damage model for concrete

Record Format mazarsmodel den)y # Ewn) # neny # €0en) # acen) #
[bC(rn) #} [beta(m) #] atem) # [ bt ) #} [hreft(m) #]
[hrefcen) #] [versionas) #] [tAlphaca) #] [equivstrain-
typean) #] [maxOmegaem) #]

Parameters - num material model number

- d material density

- F Young modulus

- n Poisson ratio

- e0 max effective strain at peak

- ac,bc material parameters related to the shape of uniaxial
compression curve (A sample set used by Saouridis is A, =
1.34, B, = 2537

- beta coeflicient reducing the effect of damage under re-
sponse under shear. Default value set to 1.06

- at, [bl] material parameters related to the shape of uniaxial
tension curve. Meaning dependent on version parameter.
- hreft, hrefc reference characteristic lengths for tension and
compression. The material parameters are specified for ele-
ment with these characteristic lengths. The current element
then will have the same COD (Crack Opening Displace-
ment) as reference one.

- version Model variant. if 0 specified, the original form
gr = 1.0 — (1.0 — A;) xeo/k — Ay x exp(—Bs * (k — €9));
of tension damage evolution law is used, if equal 1, the
modified law used which asymptotically tends to zero g, =
1.0 — (eg/K) * exp((eg — k) /As)

- tAlpha thermal dilatation coefficient

- equivstraintype see Table

- maxOmega limit maximum damage, use for convergency
improvement

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat

Table 24: Mazars damage model — summary.

1.4.2 Nonlocal Mazars damage model for concrete

The nonlocal variant of Mazars damage model for concrete. Model based on
nonlocal averaging of equivalent strain. The nonlocal averaging acts as a pow-
erful localization limiter. The bell-shaped nonlocal averaging function is used.
The model description and parameters are summarized in table
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Description Nonlocal Mazars damage model for concrete

Record Format mazarsmodelnl ren) # E@n # nen) # €0an) # acen) #
bcany # betawn) # versiongn) # atem) # [ bt n) #] Tem) #
tAlphaen) #

Parameters - num material model number

- d material density

- F Young modulus

- n Poisson ratio

- marOmega limit maximum damage, use for convergency
improvement

- tAlpha thermal dilatation coefficient

- version Model variant. if 0 specified, the original form
gt = 1.0 — (1.0 — A;) xeg/k — Ay x exp(—B; * (k — €9));
of tension damage evolution law is used, if equal 1, the
modified law used which asymptotically tends to zero g; =
1.0 — (eo/k) * exp((eg — k) /A+)

- ac,bc material parameters related to the shape of uniaxial
compression curve (A sample set used by Saouridis is A, =
1.34, B, = 2537

- at, [bl] material parameters related to the shape of uniaxial
tension curve. Meaning dependent on version parameter.
- beta coefficient reducing the effect of damage under re-
sponse under shear. Default value set to 1.06

- r parameter specifying the width of nonlocal averaging
zone

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat

Table 25: Nonlocal Mazars damage model — summary.

1.4.3 CebFip78 model for concrete creep with aging

Implementation of aging viscoelastic model for concrete creep according to the
CEB-FIP Model Code. The model parameters are summarized in table

1.4.4 Double-power law model for concrete creep with aging

Implementation of aging viscoelastic model for concrete creep with compliance
function given by the double-power law. The model parameters are summarized
in table

1.4.5 B3 and MPS models for concrete creep with aging

Model B3 is an aging viscoelastic model for concrete creep and shrinkage, de-
veloped by Prof. Bazant and coworkers. In OOFEM it is implemented in three
different ways.

The first version, “B3mat”, is kept in OOFEM for compatibility. It is based
on an aging Maxwell chain. The moduli of individual units in the chain are
evaluated in each step using the least-squares method.

The second, more recent version, is referred to as “B3solidmat”. Depending
on the specified input it exploits either a non-aging Kelvin chain combined with
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Description CebFip78 model for concrete creep with aging

Record Format CebFip78 nen) # relMatAgeeny # E28en) # fibfen) #
kap_aen) # kap_cem) # kap_tten) # Uem) #

Parameters - num material model number

- E28 Young modulus at age of 28 days [MPa]

- n Poisson ratio

- fibf basic creep coefficient

- kap_a coefficient of hydrometric conditions

- kap_c coefficient of type of cement

- kap_tt coeficient of temperature effects

- u surface imposed to environment [mm2]; temporary here;
should be in crosssection level

- relmatage relative material age

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlate-
Layer,2dBeamLayer, 3dShellLayer

Table 26: CebFip78 material model — summary.

Description Double-power law model for concrete creep with aging

Record Format doublepowerlaw nuny # relMatAgeen) # E28wn) #
filen) # Men) # Nen) # alphaen) #

Parameters - num material model number

- E28 Young modulus at age of 28 days [MPa]

- n Poisson ratio

- fibf basic creep coefficient

- m coeflicient

- n coefficient

alpha coeficient

- relmatage relative material age

Supported modes | 3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlate-
Layer,2dBeamLayer, 3dShellLayer

Table 27: Double-power law model — summary.

the solidification theory, or an aging Kelvin chain. It is extended to the so-
called microprestress-solidification theory (MPS), which in this implementation
takes into account only the effects of variable humidity on creep; the effects
of temperature on creep are not considered. The underlying rheological chain
consists of four serially coupled components. The solidifying Kelvin chain repre-
sents short-term creep; it is serially coupled with a non-aging elastic spring that
reflects instantaneous deformation. Long-term creep is captured by an aging
dashpot with viscosity dependent on the microprestress, the evolution of which
is affected by changes of humidity. The last unit describes volumetric deforma-
tions (shrinkage and thermal strains). Drying creep is incorporated either by
the “averaged cross-sectional approach”, or by the “point approach”.

The latest version is denoted as “MPS” and is based on the microprestress-
solidification theory. The rheological model consists of the same four compo-
nents as in “B3solidmat”, but now the implemented exponential algorithm is
designed especially for the solidifying Kelvin chain, which is a special case of an
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aging Kelvin chain. This model takes into account both humidity and temper-
ature effects on creep. Drying creep is incorporated exclusively by the so-called
“point approach”. The model can operate in two modes, controlled by the
keyword CoupledAnalysisType. The first mode (CoupledAnalysisType = 0)
solves only the basic creep and runs as a single problem, while the second mode
(CoupledAnalysisType = 1) needs to be run as a staggered problem with hu-
midity and temperature analysis preceding the mechanical problem.

The basic creep is in the microprestress-solidification theory influenced by
the same four parameters ¢; - ¢4 as in the model B3. Values of these parameters
can be estimated from the composition of concrete mixture and its compressive
strength using the following empirical formulae:

@ = 126.77f."°  [107%/MPa (73)
g2 = 185.4¢°5F, 7" [1076/MPa (74)
g5 =0.29(w/c)* o [107%/MPa] (75)
g1 =203 (a/c)”""  [107%/MPa] (76)

Here, f, is the average compressive cylinder strength at age of 28 days [MPa],
a, w and c¢ is the weight of aggregates, water and cement per unit volume of
concrete [kg/m3].

The non-aging spring stiffness represents the asymptotic modulus of the
material; it is equal to 1/¢;. The solidifying Kelvin chain is composed of M
Kelvin units with fixed retardation times 7,, p = 1,2,..., M, which form a
geometric progression with quotient 10. The lowest retardation time 7 is equal
to 0.3 begoftimeofinterest, the highest retardation time 7, is bigger than
0.5 endoftimeofinterest. The chain also contains a spring with stiffness E5° (a
special case of Kelvin unit with zero retardation time). Moduli £3° of individual
Kelvin units are determined such that the chain provides a good approximation
of the non-aging micro-compliance function of the solidifying constituent, ® (¢t —
) =g2In (1+ ((t—1t')/X0)"), where \g = 1 day and n = 0.1. The technique
based on the continuous retardation spectrum leads to the following formulae:

1 N 9270 _ ( 27 )0'1
— =goln(l1+7) - ——mm—— where 7179=|(— 77
Ego q2 ( 0) 10 (1 +7-O) 0 /710 ( )
QQ%M (09 + 7:“) - 0.1
— = (In10)—/—————*~ where 7, = (27, , =1,2,...M (78

Viscosities 77;° of individual Kelvin units are obtained from simple relation n;° =
Tu/ E7°. A higher accuracy is reached if all retardation times are in the end
multiplied by the factor 1.35 and the last modulus Fj; is divided by 1.2.

The actual viscosities 7, and stiffnesses E,, of the solidifying chain change
in time according to 7, (t) = v(t)n;° and E,(t) = v(t)E}°, where

1
u(t) = o (79)
by m
5 ()
is the volume growth function, and exponent m = 0.5. In the case of vari-
able temperature or humidity, the actual age of concrete ¢ is replaced by the
equivalent time ¢, which is obtained by integrating .
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Evolution of viscosity of the aging dashpot is governed by the differential
equation

’I|E - KT]CT(T)T

p/(p-1) _ V¥s

q4

0+ (psm)

wsTo

where h is the relative pore humidity, T is the absolute temperature [K], Ty =
298 K is the room temperature, and parameter p = 2. Function kp is given by

kT(T) — e_CT(Tnzam_T) (81)

where parameter cp controls the influence of cyclic temperature on creep, and
Tinae stands for the maximum reached temperature in the previous history.
This is a modification of the opriginal MPS theory, proposed by Havldsek and
Jirasek.

Equation differs from the one presented in the original work; it re-
places the differential equation for microprestress, which is not used here. The
evolution of viscosity can be captured directly, without the need for micro-
prestress. What matters is only the relative humidity and temperature and
their rates. Parameters ¢y and k; of the original MPS theory are replaced
by ps = coTE kP 'qs(p — 1)P. The initial value of viscosity is defined as
n(to) = to/qs, where to is age of concrete at the onset drying or when the
temperature starts changing.

As mentioned above, under variable humidity and temperature conditions
the physical time ¢ in function v(¢) describing evolution of the solidified vol-
ume is replaced by the equivalent time t.. In a similar spirit, ¢ is replaced by
the solidification time ¢4 in the equation describing creep of the solidifying con-
stituent, and by the reduced time ¢, in equation des/dt, = o/n(t) relating the
flow strain rate to the stress. Factors transforming the physical time ¢ into t.,
t, and t, are defined as follows:

e — 1) = Ber(T(0) Bon (1) (82)
W 1) = B (T (1) Boa(h(1) (83)
Lo ) = Bur(T(0)) Bur (1) (84)

Functions describing the influence of temperature have the form

Ber(T') = exp {% (Tlo - ;)} (85)
br(r) = e [% (- 1] (56)
par(m) = | % (7~ 7)) (87)

motivated by the rate process theory. R is the universal gas constant and Q., @,
Qs are activation energies for hydration, viscous processes and microprestress
relaxation, respectively. Ounly the ratios Q./R, Q,/R and Qs/R have to be
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specified. Functions describing the influence of humidity have the form

1
Ben(h) = m (88)
Brn(h) = ap + (1 — a,) h? (89)
Bsn(h) = as + (1 — a,) h? (90)

where a., a, and «, are parameters.

The rate of thermal strain is expressed as ép = arT and the rate of shrinkage
strain as €55, = kshh, where both ar and kg, are assumed to be constant in time
and independent of temperature and humidity.

The model description and parameters are summarized in table 28| for “B3mat”,
in table for “B3solidmat”, and in table for “MPS”. Since some model
parameters are determined from the composition and strength using empirical
formulae, it is necessary to use the specified units (e.g. compressive strength
always in MPa, irrespectively of the units used in the simulation for stress). For
“B3mat” and “B3solidmat” it is strictly required to use the specified units in
the material input record (stress always in MPa, time in days etc.). The “MPS”
model is almost unit-independent, except for f, in MPa and ¢ in kg/m?, which
are used in empirical formulae.

For illustration, sample input records for the material considered in Example
3.1 of the creep book by Bazant and Jirasek is presented. The concrete mix is
composed of 170 kg/m? of water, 450 kg/m? of type-I cement and 1800 kg/m3
of aggregates, which corresponds to ratios w/c = 0.3778 and a/c = 4. The
compressive strength is f. = 45.4 MPa. The concrete slab of thickness 200 mm
is cured in air with initial protection against drying until the age of 7 days.
Subsequently, the slab is exposed to an environment with relative humidity of
70%. The following input record can be used for the first version of the model
(B3mat):

B3mat 1 n 0.2 d 0. talpha 1.2e-5 relMatAge 28. fc 45.4 cc 450.
w/c 0.3778 a/c 4. tO 7. timefactor 1. alphal 1. alpha2 1.2 ks 1.
hum 0.7 vs 0.1 shmode 1

Parameter oy = 1 corresponds to type-I cement, parameter as = 1.2 to
curing in air, parameter ks = 1 to an infinite slab. The volume-to-surface ratio is
in this case equal to one half of the slab thickness and must be specified in meters,
independently of the length units that are used in the finite element analysis
(e.g., for nodal coordinates). The value of relMatAge must be specified in days.
Parameter relMatAge 28. means that time O of the analysis corresponds to
concrete age 28 days. If material B3mat is used, the finite element analysis
must use days as the units of time (not only for relMatAge, but in general, e.g.
for the time increments).

If only the basic creep (without shrinkage) should be computed, then the ma-
terial input record reduces to following: B3mat 1 n 0.2 d 0. talpha 1.2e-5
relMatAge 28. fc 45.4 cc 450. w/c 0.3778 a/c 4. tO 7. timefactor
1. shmode O

Now consider the same conditions for “B3solidmat”. In all the examples
below, the input record with the material description can start by
B3solidmat 1 d 2420. n 0.2 talpha 12.e-6 begtimeofinterest 1.e-2
endtimeofinterest 3.e4 timefactor 86400. relMatAge 28.
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Parameters begoftimeofinterest 1.e-2 and endoftimeofinterest 3.e4
mean that the computed response (e.g., deflection) should be accurate in the
range from 0.01 day to 30,000 days after load application. Parameter timefactor
86400. means that the time unit used in the finite element analysis is 1 second
(because 1 day = 86,400 seconds). Note that the values of begtimeofinterest,
endtimeofinterest and relMatAge are always specified in days, independently of
the actual time units in the analysis. Parameter EmoduliMode is not specified,
which means that the moduli of the Kelvin chain will be determined using the
default method, based on the continuous retardation spectrum.

Additional parameters depend on the specific type of analysis:

1. Computing basic creep only, shrinkage not considered, parameters ¢; esti-
mated from composition.
mode O fc 45.4 cc 450. w/c 0.3778 a/c 4.
t0 7. microprestress O shmode O

2. Computing basic creep only, shrinkage not considered, parameters g; spec-
ified by the user.
mode 1 ql 18.81 q2 126.9 g3 0.7494 q4 7.692
microprestress O shmode 0O

3. Computing basic creep only, shrinkage handled using the sectional ap-
proach, parameters estimated from composition.
mode O fc 45.4 cc 450. w/c 0.3778 a/c 4. t0 7.
microprestress O shmode 1 ks 1. alphal 1. alpha2 1.2 hum 0.7
vs 0.1

4. Computing basic creep only, shrinkage handled using the sectional ap-
proach, parameters specified by the user.
mode 1 q1 18.81 g2 126.9 g3 0.7494 g4 7.692
microprestress O shmode 1 ks 1. g5 326.7 kt 28025 EpsSinf 702.4
t0 7. hum 0.7 vs 0.1

5. Computing basic creep only, shrinkage handled using the point approach
(B3), parameters specified by the user.
mode 1 g1 18.81 g2 126.9 g3 0.7494 g4 7.692
microprestress O shmode 2 esO ... r ... rprime ... at ...

6. Computing drying creep, shrinkage handled using the point approach
(MPS), parameters ¢; estimated from composition.
mode O fc 45.4 w/c 0.3778 a/c 4. t0 7. microprestress 1
shmode 3 cO 1. «c1 0.2 tS0 7. w.h 0.0476 ncoeff 0.182 a 4.867
kSh 1.27258e-003

Finally consider the same conditions for “MPS material”. In all the examples
below, the input record with the material description can start by
mps 1 d 2420. n 0.2 talpha 12.e-6 referencetemperature 296.
Additional parameters depend on the specific type of analysis:

1. Computing basic creep only, shrinkage not considered, parameters g; es-
timated from composition and simulation time in days and stiffnesses in
MPa.
mode O fc 45.4 cc 450. w/c 0.3778 a/c 4. stiffnessFactor 1.e6
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timefactor 1. lambdaO 1. begoftimeofinterest 1.e-2
endoftimeofinterest 3.e4 relMatAge 28. CoupledAnalysisType O.

2. Computing basic creep only, shrinkage not considered, parameters ¢; spec-
ified by user, simulation time in seconds and stiffnesses in Pa.
mode 1 ql 18.81e-12 g2 126.9e-12 q3 0.7494e-12 q4 7.6926e-12
timefactor 1. lambdaO 86400. begoftimeofinterest 864.
endoftimeofinterest 2.592e9 relMatAge 2419200. CoupledAnalysisType
0.

3. Computing both basic and drying creep, parameters ¢; specified by user,
simulation time in seconds and stiffnesses in MPa.
mode 1 ql1 18.81le-6 g2 126.9e-6 g3 0.7494e-6 g4 7.6926e-6
timefactor 1. lambdaO 86400. begoftimeofinterest 864.
endoftimeofinterest 2.592e9 relMatAge 2419200. CoupledAnalysisType
1.
ksh 0.0004921875. t0 2419200. kappaT 0.005051 mus 4.0509259e-8
a 4.8670917 w.h 0.04761543 ncoeff 0.18166781

Final recommendations:

e to simulate basic creep without shrinkage it is possible to use all three
models

B3mat with shmode = 0
B3Solidmat with shmode = 0 and microprestress = 0
MPS with CoupledAnalysisType = 0

e to simulate drying creep with shrinkage using “sectional approach”, only
the first material model (B3mat) is suitable can be used (with shmode =

1)

e to simulate drying creep without shrinkage using “sectional approach”,
only the first material model (B3mat) is suitable (with shmode = 1,
mode = 1 and EpsSinf = 0.0)

e to simulate drying creep with shrinkage using “point approach” according
to B3 model there are two options:
B3mat (with shmode = 2)
B3Solidmat (with shmode = 2) In order to suppress shrinkage set
es0 =0.0
e to simulate drying creep with shrinkage using “point approach” according
to MPS model there are two options:
B3Solidmat (with shmode = 3)

MPS with CoupledAnalysisType = 1 In order to suppress shrinkage
set kSh = 0.0
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Description

B3 material model for concrete aging

Record Format

Parameters

Supported modes

B3mat den # nem # talphaes # | begoftimeofinter-
esten) #] | endoftimeofinterestem) #] timefactoresy # rel-
MatAgeen)y # [ modeany #] fcany # ccemy # W/cem) #
a/cemy # t0en) # qlem) # Q260 # Q3o # qdon) #
shmoden) # KS(m) # VSen) # humen) # [ alphaln) #] [ al-
pha2m) #] ktemy # EpsSinfen) # q5en) # €S0(n) # Ten) #
rprimeen) # aten) # wW_hen) # ncoeffen) # aen) #

- num material model number

- d material density

- n Poisson ratio

- talpha coefficient of thermal expansion

- begoftimeofinterest optional parameter; lower boundary of
time interval with good approximation of the compliance
function [day]; default 0.1 day

- endoftimeofinterest optional parameter; upper boundary
of time interval with good approximation of the compliance
function [day]

- timefactor scaling factor transforming the simulation time
units into days

- relMatAge relative material age [day]

- mode if mode = 0 (default value) creep and shrinkage
parameters are predicted from composition; for mode = 1
parameters must be user-specified.

- fe 28-day mean cylinder compression strength [MPa]

- cc cement content of concrete [kg/m3]

- w/c ratio (by weight) of water to cementitious material
- a/c ratio (by weight) of aggregate to cement

- t0 age when drying begins [day]

- q1-g4 parameters of B3 model for basic creep [1/TPa

- shmode shrinkage mode; 0 = no shrinkage; 1 = average
shrinkage (the following parameters must be specified: ks,
vs, hum and additionally alphal alpha2 for mode = 0 and
kt EpsSinf q5 t0 for mode = 1; 2 = point shrinkage (needed:
es0, r, rprime, at, w_h, ncoeff, a)

- ks cross-section shape factor [-]

- vs volume to surface ratio [m]

- hum relative humidity of the environment [-]

- alphal shrinkage parameter — influence of cement type [-]
alpha?2 shrinkage parameter — influence of curing type [-]
- kt shrinkage parameter [day/m?]

- EpsSinf shrinkage parameter [1076]

g5 drying creep parameter [1/TPa]

- es0 final shrinkage at material point

- r, rprime coefficients

- at oefficient relating stress-induced thermal strain and
shrinkage

- w_h, ncoeff, a sorption isotherm parameters obtained from
experiments [Pedersen, 1990]

3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlate-
Layer,2dBeamLayer, 3dShellLayer

Table 28: B3 creep and sﬂ?inkage model — summary.




Description

B3solid material model for concrete creep

Record Format

Parameters

B3solidmat dem) # nesy # talphaes) # moden) # [ Emod-
uliModeqn) #] Microprestressany # shman # [ begoftime-
ofinterest(m) #] [ endoftimeofinterest(m) #] timefactorem) #
relMatAgen) # fcen) # cCom) # W/C(rn) # a/cen) # t0en) #
qlen) # q20m) # Q36 # qdeny # O0n) # clem) # tS00m) #
W_hemy # ncoeffen) # aen) # ksen) # [ alphaleny #] [ al-
pha2em) #] humen) # vSen) # qBeny # kten) # EpsSinfen) #
€s0¢m) # Tem) F rprimeen) # aten) # kSheny # inithumen) #
finalhum@n) #

- num material model number

d material density

- n Poisson ratio

- talpha coefficient of thermal expansion

- mode optional parameter; if mode = 0 (default), parame-
ters g1 — g4 are predicted from composition of the concrete
mixture (parameters fc, cc, w/c, a/c and t0 need to be spec-
ified). Otherwise values of parameters g1 — g4 are expected.
- EmoduliMode optional parameter; analysis of retardation
spectrum (= 0, default value) or least-squares method (= 1)
is used for evaluation of Kelvin units moduli

- Microprestress 0 = basic creep; 1 = drying creep (must
be run as a staggered problem with preceding analysis of
humidity diffusion. Parameter shm must be equal to 3.
The following parameters must be specified: c¢0, c1, tS0,
w_h, ncoeff, a)

- shmode shrinkage mode; 0 = no shrinkage; 1 = average
shrinkage (the following parameters must be specified: ks,
vs, hum and additionally alphal alpha2 for mode = 0 and
kt EpsSinf g5 for mode = 1; 2 = point shrinkage (needed:
es0, r, rprime, at), w-h ncoeff a; 3 = point shrinkage based
on MPS theory (needed: parameter kSh or value of kSh can
be approximately determined if following parameters are
given: inithum, finalhum, alphal and alpha2)

- begoftimeofinterest optional parameter; lower boundary of
time interval with good approximation of the compliance
function [day]; default 0.1 day

- endoftimeofinterest optional parameter; upper boundary
of time interval with good approximation of the compliance
function [day]

- timefactor scaling factor transforming the simulation time
units into days

- relMatAge relative material age [day]
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Supported modes

- fe 28-day mean cylinder compression strength [MPa]

- cc cement content of concrete mixture [kg/m?]

- w/c water to cement ratio (by weight)

- a/c aggregate to cement ratio (by weight)

- t0 age of concrete when drying begins [day]

- ql, q2, q3, ¢4 parameters (compliances) of B3 model for
basic creep [1/TPa]

- ¢0 MPS theory parameter [MPa~! day~!]

- ¢1 MPS theory parameter [MPa|

- tS0 MPS theory parameter - time when drying begins
[day]

- w_h, ncoeff, a sorption isotherm parameters obtained from
experiments [Pedersen, 1990]

- ks cross section shape factor [-]

- alphal optional shrinkage parameter - influence of cement
type (optional parameter, default value is 1.0)

- alpha? optional shrinkage parameter - influence of curing
type (optional parameter, default value is 1.0)

- hum relative humidity of the environment [-]

- vs volume to surface ratio [m]

- ¢5 drying creep parameter [1/TPa]

- kt shrinkage parameter [day/m?]

- EpsSinf shrinkage parameter [1076]

- es0 final shrinkage at material point

- at coefficient relating stress-induced thermal strain and
shrinkage

- rprime, 1 coefficients

- kSh influences magnitude of shrinkage in MPS theory [-]
- inithum [-], finalhum [-] if provided, approximate value of
kSh can be computed

3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamULayer, 3dShellLayer

Table 29:

B3solid creep and shrinkage model — summary.
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Description

Microprestress-solidification theory material model for con-
crete creep

Record Format

Parameters

mps den) # Neeny # talphaen) # referencetemperatureen) #
modean) # [ CoupledAnalysisTypean #| [ begoftimeofin-
terestem) #] [ endoftimeofinterest sy #| timefactorun) # rel-
MatAgeen) # lambdaOeny # fecan) # ccomy # W/comy #
a/ceny # stiffnessfactoremy # qlemy # Q260 # q3em) #
qdeny # wW_heny # ncoeffeny # aen) # tOen) # kshen) #
Mmus(rn) # [ alphaE(m) #] [ alphaR<m> #} [ alphaS(m> #}
[ QEtoRem #] [ QRtoRen) #] [ QStoRem) #] [ cTan) #]
kappaTm) #

- num material model number

- d material density

- n Poisson ratio

- talpha coefficient of thermal expansion
referencetemperature reference temperature only to ther-
mal expansion of material

- mode optional parameter; if mode = 0 (default), param-
eters ql — g4 are predicted from composition of the con-
crete mixture (parameters fc, cc, w/c, a/c and stiffnessfac-
tor need to be specified). Otherwise values of parameters
ql — ¢4 are expected.

- CoupledAnalysis Type 0 = basic creep; 1 = (default) dry-
ing creep shrinkage; the problem must be run as a staggered
problem with preceding analysis of humidity and tempera-
ture distribution. Following parameters must be specified:
w_h, ncoeff, rn, t0, mus, kappaT

- lambda0 scaling factor equal to 1.0 day in time units of
analysis (eg. 86400 if the analysis runs in seconds)

- begoftimeofinterest lower boundary of time interval with
good approximation of the compliance function; default
value = 0.01 lambda0

- endoftimeofinterest upper boundary of time interval with
good approximation of the compliance function; default
value = 10000. lambda0

- timefactor scaling factor, for mps material must be equal
to 1.0

- relMatAge relative material age
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Supported modes

- fe 28-day standard cylinder compression strength [MPa]
- cc cement content of concrete mixture [kg m~?]

- w/c water to cement weight ratio

- a/c aggregate to cement weight ratio

stiffnessfactor scaling factor converting “predicted” pa-
rameters ¢q; - g4 into proper units (eg. 1.0 if stiffness is
measured in Pa, 1.e6 for MPa)

- q1, q2, q3, q4 parameters of B3 model for basic creep

- w_h, ncoeff, a sorption isotherm parameters obtained from
experiments [Pedersen, 1990]

- mus parameter governing to the evolution of viscosity; for
exponent p = 2, ug = coc1qq [Pa™t s71]

- ksh parameter relating rate of shrinkage to rate of humid-
ity [], default value is 0.0, i.e. no shrinkage

- t0 time of the first temperature or humidity change

- alphaF constant, default value 10.

- alphaR constant, default value 0.1

- alphaS constant, default value 0.1

QFEtoR activation energy ratio, default value 2700. K

- QRtoR activation energy ratio, default value 5000. K

- QStoR activation energy ratio, default value 3000. K
3dMat, PlaneStress, PlaneStrain, 1dMat, 2dPlateLayer,
2dBeamLayer, 3dShellLayer

Table 30: MPS theory—summary.
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1.4.6 Microplane model M4

Model M4 covers inelastic behavior of concrete under complex triaxial stress
states. It is based on the microplane concept and can describe softening. How-
ever, objectivity with respect to element size is not ensured — the parameters
need to be manually adjusted to the element size. Since the tangent stiffness
matrix is not available, elastic stiffness is used. This can lead to a very slow
convergence when used within an implicit approach. The model parameters are
summarized in table 31l

Description M4 material model

Record Format microplane_m4 nmpen) # c3eny) # c200n) # klon) #
k2¢n) # k3an) # kdony # Eon) # noen #

Parameters - nmp number of microplanes, supported values are 21, 28
and 61

- n Poisson ratio

- F Young modulus

- ¢3,¢20, k1, k2, k3, k/ model parameters

Supported modes | 3dMat

Table 31: Microplane model M4 — summary.

1.4.7 Damage-plastic model for concrete

This model, developed by Grassl and Jirasek for failure of concrete under general
triaxial stress, is described in detail in [5]. It belongs to the class of damage-
plastic models with yield condition formulated in terms of the effective stress
6 =D, : (e —€,). The stress-strain law is postulated in the form

c=(1-w)g=(1—-w)D.:(e—¢ep) (91)

where D, is the elastic stiffness tensor and w is a scalar damage parameter. The
plastic part of the model consists of a three-invariant yield condition, nonasso-
ciated flow rule and pressure-dependent hardening law. For simplicity, damage
is assumed to be isotropic. In contrast to pure damage models with damage
driven by the total strain, here the damage is linked to the evolution of plastic
strain.

The yield surface is described in terms of the cylindrical coordinates in the
principal effective stress space (Haigh-Westergaard coordinates), which are the
volumetric effective stress v = I1(d)/3, the norm of the deviatoric effective
stress p = 1/2J2(a), and the Lode angle 6 defined by the relation

cos 360 = 3\2/5(]‘52 (92)
2
where Jo and Js are the second and third deviatoric invariants. The yield
function

_ _ 2 35 2
fp(&V7ﬁ7é;Hp) = <[1_Qh(’1p)] <\/gf‘|'?> +\/;f€> +

pr(9) , av — Rk
o fc) (1) (93)

mogd () (
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depends on the effective stress (which enters in the form of cylindrical coordi-
nates) and on the hardening variable k,, (which enters through a dimensionless
variable gy,). Parameter f. is the uniaxial compressive strength. Note that, un-
der uniaxial compression characterized by axial stress & < 0, we have gy = /3,
p=—1/2/3G and = 60°. The yield function then reduces to f, = (5/f.)*>—q2.
This means that function ¢, describes the evolution of the uniaxial compressive
yield stress normalized by its maximum value, f..

The evolution of the yield surface during hardening is presented in Fig.
The parabolic shape of the meridians (Fig. [8h) is controlled by the hardening
variable gy and the friction parameter mg. The initial yield surface is closed,
which allows modeling of compaction under highly confined compression. The
initial and intermediate yield surfaces have two vertices on the hydrostatic axis
but the ultimate yield surface has only one vertex on the tensile part of the
hydrostatic axis and opens up along the compressive part of the hydrostatic
axis. The deviatoric sections evolve as shown in Fig. [Bb, and their final shape
at full hardening is a rounded triangle at low confinement and almost circular
at high confinement. The shape of the deviatoric section is controlled by the
Willam-Warnke function

r(0) = 4(1 — e*)cos? 0 + (2e — 1)

2(1 — €2)cos O + (2e — 1)\/4(1 — e2) cos? 0 + 5e2 — 4de

(94)

The eccentricity parameter e that appears in this function, as well as the fric-
tion parameter myg, are calibrated from the values of uniaxial and equibiaxial
compressive strengths and uniaxial tensile strength.

(a) (b)

06=0

4
3 e

6=0
2 F > )
1 = T
1 \ 4
2l ‘ ’/’,'

6 = 4mn/3 \ 7 6 =2n/3
3 6=n
-4 .
-4 3 -2 1 0
oy/fe

Figure 8: Evolution of the yield surface during hardening: a) meridional section,
b) deviatoric section for a constant volumetric effective stress of v = —f./3

The maximum size of the elastic domain is attained when the variable g, is
equal to one (which is its maximum value, as follows from the hardening law,
to be specified in ) The yield surface is then described by the equation

_ .z 3 p° (ﬁ 5 5V>
,0,0;1) === 4+mg| —=—r(0)+ =) —-1=0 95
Folove ) =5 gm0 T, )
The flow rule 9
. N gp
= \=2P
&y =320 (96)



is non-associated, which means that the yield function f, and the plastic po-

tential
_ _ N2 35 2
gp(6V7 ﬁv Hp) = ([1 - qh(’ﬁp)] <\/gﬂ ;—Z) + \/Q%) +

9 mop mg(ﬁv)

+ailey) (20 + el (97)
T\V6fe S

do not coincide and, therefore, the direction of the plastic flow dg,/0¢ is not

normal to the yield surface. The ratio of the volumetric and the deviatoric

parts of the flow direction is controled by function mg, which depends on the

volumetric stress and is defined as

oy — .]_‘_‘15/3
By fe.

where A, and B, are model parameters that are determined from certain as-
sumptions on the plastic flow in uniaxial tension and compression.

The dimensionless variable ¢, that appears in the yield function is a
function of the hardening variable . It controls the size and shape of the yield
surface and, thereby, of the elastic domain. The hardening law is given by

mg(ov) = Angfc exp (98)

o + (1 = gno)kp(kp? — 3kp +3) if kp < 1
qn(kp) = . 99
o) = { USSR

The initial inclination of the hardening curve (at x, = 0) is positive and finite,
and the inclination at peak (i.e., at k, = 1) is zero.
The evolution law for the hardening variableEI

: ép 72
kp = ———(2cosf 100
p Zh (5’\/) ( ) ( )
sets the rate of the hardening variable equal to the norm of the plastic strain
rate scaled by a hardening ductility measure

Ap — (Ah — Bh> exp (—Rh(ﬁv)/ch) if Rh(a'v) >0
ry (Ov) = (101)
Ey eXp(Rh(a‘v)/Fh) + Dy, if Rh(a'v) <0

The dependence of the scaling factor xy on the volumetric effective stress v
is constructed such that the model response is more ductile under compression.
The variable 5 1
_ 3
Ru(ov) 773 (102)
is a linear function of the volumetric effective stress. Model parameters Ay, By, Ch
and Dy are calibrated from the values of strain at peak stress under uniaxial

tension, uniaxial compression and triaxial compression, whereas the parameters

En = Bu- Dy (103)
(Bn — Dy) Ch

F, = —a——hWh 104
h Bn — Ay (104)

2In the original paper [5], equation (100) was written with cos? § instead of (2 cos 0)2, but
all the results presented in that paper were computed with OOFEM using an implementation

based on (100).
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are determined from the conditions of a smooth transition between the two parts
of equation at Ry = 0.

For the present model, the evolution of damage starts after full saturation
of plastic hardening, i.e., at k, = 1. This greatly facilitates calibration of model
parameters, because the strength envelope is fully controled by the plastic part
of the model and damage affects only the softening behavior. In contrast to
pure damage models, damage is assumed to be driven by the plastic strain,
more specifically by its volumetric part, which is closely related to cracking.
To slow down the evolution of damage under compressive stress states, the
damage-driving variable k4 is not set equal to the volumetric plastic strain, but
it is defined incrementally by the rate equation

. _ ] 0 if kp < 1
" { Te(ep) /s (3v) if 1y > 1 (105)

where
1+ AJR2(Gv) if Ry(ov) <1
z5(ov) = (106)
1 — 34, 4 44,\/R.(Gv) if Re(Gv) > 1

is a softening ductility measure. Parameter Ay is determined from the softening
response in uniaxial compression. The dimensionless variable Ry = €, Jépv is
defined as the ratio between the “negative” volumetric plastic strain rate

3

v =D (—Ep) (107)

I=1

and the total volumetric plastic strain rate €,v. This ratio depends only on
the flow direction dg,/06, and thus Ry can be shown to be a unique function
of the volumetric effective stress. In , €pr are the principal components of
the rate of plastic strains and (-) denotes the McAuley brackets (positive-part
operator). For uniaxial tension, for instance, all three principal plastic strain
rates are nonnegative, and so Eov = 0, Ry = 0 and zzg = 1. This means that
under uniaxial tensile loading we have kq = xk, — 1. On the other hand, under
compressive stress states the negative principal plastic strain rates lead to a
ductility measure xs greater than one and the evolution of damage is slowed
down. It should be emphasized that the flow rule for this specific model is
constructed such that the volumetric part of plastic strain rate at the ultimate
yield surface cannot be negative.

The relation between the damage variable w and the internal variable kq
(maximum level of equivalent strain) is assumed to have the exponential form

w=1—exp(—ka/es) (108)

where € is a parameter that controls the slope of the softening curve. In fact,
equation is used by the nonlocal version of the damage-plastic model,
with kq replaced by its weighted spatial average (not yet available in the public
version of OOFEM). For the local model, it is necessary to adjust softening
according to the element size, otherwise the results would suffer by pathological
mesh sensitivity. It is assumed that localization takes place at the peak of
the stress-strain diagram, i.e., at the onset of damage. After that, the strain
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Description

Damage-plastic model for concrete

Record Format

Parameters

Supported modes

ConcreteDPM daw) # Een) # nen) # tAlphaen) # ften) #
fC(m) # Wf(m) # Gf(rn) # €CC(rn) # kinit(m) # Ahard(m> #
Bhards) # Chardes) # Dhardm) # Asoftn) # helemn) #
dilation ) # yieldtolen) # newtoniterin) #

- d material density

- F Young modulus

- n Poisson ratio

- tAlpha thermal dilatation coefficient

- ft uniaxial tensile strength f;

- fc uniaxial compressive strength

- wf parameter wy that controls the slope of the softening
branch (serves for the evaluation of €y = wy/h to be used
o (109)

- Gf fracture energy, can be specified instead of wf, it is
converted to wy = G/ fi

- ecc eccentricity parameter e from , optional, default
value 0.525

- kinit parameter g, from ptional, default value 0.1
- Ahard parameter Ay from (101]), optional, default value
0.08

- Bhard parameter B, from , optional, default value
0.003

- Chard parameter Cy, from (101)), optional, default value 2
- Dhard parameter Dy, from ([101), optional, default value
1076

- Asoft parameter Ag from , optional, default value 15
- helem element size h, optional (if not specified, the actual
element size is used)

- dilation dilation factor (ratio between lateral and axial
plastic strain rates in the softening regime under uniaxial
compression), optional, default value -0.85

- yieldtol tolerance for the implicit stress return algorithm,
optional, default value 10710

- newtoniter maximum number of iterations in the implicit
stress return algorithm, optional, default value 100

3dMat

Table 32:

Damage-plastic model for concrete — summary.

is decomposed into the distributed part, which corresponds to unloading from
peak, and the localized part, which is added if the material is softening. The
localized part of strain is transformed into an equivalent crack opening, w, which
is under uniaxial tension linked to the stress by the exponential law

o=(1-w)fi= frexp(—w/wy) (109)

Here, f; is the uniaxial tensile strength and wy is the characteristic crack open-
ing, playing a similar role to €;. Under uniaxial tension, the localized strain can
be expressed as the sum of the post-peak plastic strain (equal to variable xq)
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and the unloaded part of elastic strain (equal to wf;/FE). Denoting the effective
element size as h, we can write

w = h(kq +wfi/E) (110)

and substituting this into (109)), we obtain a nonlinear equation

1—w=exp (—IZ(md—i—wft/E)) (111)

from which the damage variable w corresponding to the given internal variable
ka can be computed by Newton iteration. The effective element size h is ob-
tained by projecting the element onto the direction of the maximum principal
strain at the onset of cracking, and afterwards it is held fixed. The evaluation
of w from kg is no longer explicit, but the resulting load-displacement curve of
a bar under uniaxial tension is totally independent of the mesh size. A simpler
approach would be to use with £; = wy/h, but then the scaling would not
be perfect and the shape of the load-displacement curve (and also the dissipated
energy) would slightly depend on the mesh size. With the present approach,
the energy per unit sectional area dissipated under uniaxial tension is exactly
Gy = wy fi. The input parameter controling the damage law can be either the
characteristic crack opening wy, or the fracture energy G¢. If both are specified,
wy is used and Gy is ignored. If only Gy is specified, wy is set to G/ f.

The damage-plastic model contains 15 parameters, but only 6 of them need
to be actually calibrated for different concrete types, namely Young’s modulus
E, Poisson’s ratio v, tensile strength f;, compressive strength f., parameter wy
(or fracture energy Gy), and parameter A in the ductility measure of the
damage model. The remaining parameters can be set to their default values
specified in [5].

The model parameters are summarized in table Note that it is possible
to specify the “size” of finite element, h, which (if specified) replaces the actual
element size in . The usual approach is to consider h as the actual element
size (evaluated automatically by OOFEM), in which case the optional parameter
h is missing (or is set to 0., which has the same effect in the code). However, for
various studies of mesh sensitivity it is useful to have the option of specifying h
as an input “material” value.

If the element is too large, it may become too brittle and local snap-back
occurs in the stress-strain diagram, which is not acceptable. In such a case, an
error message is issued and the program execution is terminated. The maximum

admissible element size
EGf - wa

h = =
max ftz ft
happens to be equal to Hillerborg’s chacteristic material length. For typical
concretes it is in the order of a few hundred mm. If the condition h < hpyax is
violated, the mesh needs to be refined. Note that the effective element size h
is obtained by projecting the element. For instance, if the element is a cube of

edge length 100 mm, its effective size in the direction of the body diagonal can
be 173 mm.

(112)
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1.5 Orthotropic damage model with fixed crack orienta-
tions for composites

The model is designed for transversely isotropic elastic material defined by five
elastic material constants. Typical example is a carbon fiber tow. Axis 1 rep-
resents the material principal direction. The orthotropic material constants are
defined as

Vig = V13, Vo1 = V31, Va3 = V32, Fao = E33 (113)

G12 = G13 = G21 = GSl; 023 = G32 <114)

Vig = Vi3 _ Va1 = V31 V31 = Va1 V13 = Vig (115)
Fi1 Eoo ’ E3s3 En

Material orientation on a finite element can be specified with Ilcs optional
parameter. If unspecified, material orientation is the same as the global coor-
dinate system. [cs array contains six numbers, where the first three numbers
represent a directional vector of the local z-axis, and the next three numbers
represent a directional vector of the local y-axis with the reference to the global
coordinate system. The composite material is extended to 1D and is also suit-
able for beams and trusses. In such particular case, the lcs has no effect and
the 1D element orientation is aligned with the global xx component.

The index p, p € {11,22,33,23,31,12} symbolizes six components of stress
or strain vectors. The linear softening occurs after reaching a critical stress f, o,
see Fig. 0] Orientation of cracks is assumed to be orthogonal and aligned with
an orientation of material axes [I, pp.236]. The transverse isotropy is generally
lost upon fracture, material becomes orthotropic and six damage parameters d,
are introduced.

{(1-d )E,

€ E €p €p,0 €

Figure 9: Implemented stress-strain evolution with damage for 1D case. Tension
and compression are separated, but sharing the same damage parameter.

The compliance material matrix H, in the secant form and including damage
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parameters, reads

1 _ Y21 _v31
(1—d11)E11 E22 E33 0 0 0
ZY 1 _ V32 0 0 0
Ei1 (1—d22)E22 Es3
_vi3 _ Va3 1 0 0 0
E1 Eao (1—d33)E33 (116)
0 (1—d23)G23 (1) 0
0 0 0 (1—d31)G31 0
0 0 0 0 0 1

(1—d12)G12
Damage occurs when any out of six stress tensor components exceeds a given
strength fp0

|Up| > ‘fp,0| (117)

Positive and negative ultimate strengths can be generally different but share
the same damage variable. At the point of damage initiation, see Fig. [0 one
evaluates €, g and characteristic element length I,,, generally different for each
damage mode. Given the fracture energy Grp, the maximum strain at zero
stress €,,,0 is computed

2GF,p
fp,Olp

The point of damage initiation is never reached exactly, one needs to in-
terpolate between the previous equilibrated step and current step to achieve
objectivity.

The evolution of damage d,, is based on the evolution of corresponding strain
€p. A maximum achieved strain is stored in the variable ;. If €, > , the dam-
age may grow so the corresponding damage variable d, may increase. Desired
stress O‘Z/) is evaluated from the actual strain ¢,

€p,0 = Ep,E T (118)

/ €p,0 —&p
o, = f, N (119)
P e 0 —epE

and the calculation of damage variables d,, stems from Eq. for example

O_/
dy = 1-— 11 (120)
By (611 + %022 + %%3)
0_/
dis = 1— -2 121
2 Gi2e12 (121)

Damage is always controled not to decrease. Fig.[I0]shows a typical performance
for this damage model in one direction.

The damage initiation is based on a trial stress. It becomes necessary for
higher precision to skip a few first iteration, typically 5, and then to introduce
damage. A parameter afterlter is designed for this purpose and Minlter forces
a solver always to proceed certain amount of iterations.

allowSnapBack skips the checking of sufficient fracture energy for each di-
rection. If not specified, all directions are checked to prevent snap-back which
dissipates incorrect amount of energy.
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Figure 10: Typical loading/unloading material performance for homogenized
stress and strain in the direction ‘2’. Note that one damage parameter is com-
mon for both tension and compression.

1.6 Orthotropic elastoplastic model with isotropic dam-
age

This model combines orthotropic elastoplasticity with isotropic damage. Mate-
rial orthotropy is described by the fabric tensor, i.e., a symmetric second-order
tensor with principal directions aligned with the axes of orthotropy and prin-
cipal values normalized such that their sum is 3. Elastic constants as well as
coeflicients that appear in the yield condition are linked to the principal values
of the fabric tensor and to porosity. The yield condition is piecewise quadratic,
with different parameters in the regions of positive and negative volumetric
strain.

1.6.1 Local formulation

The basic equations include an additive decomposition of total strain into elastic
(reversible) part and plastic (irreversible) part

€ =€ + Ep, (122)
the stress strain law
c=(1-w)dg=(1-w)D:e, (123)

the yield function

fe,k)=Va:F:0—oy(k). (124)
loading-unloading conditions
f(E,k) <0  A>0  Af(e,5) =0, (125)

evolution law for plastic strain

€p = }\%, (126)
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Description Orthotropic damage model with fixed crack orientations for
composites

Record Format compdammat numgn) # den) # Exxen) # EyyEzzen) #
NUXYNUXZ(rn) FF NUYZ(en) # GXyGXzZn) # Tension f0_Gfa) #
Compres f0_Gfeay #  [afterlterany #] [allowSnap-
Back #ia)]

Parameters - num material model number

- d material density

- Fzz Young’s modulus for principal direction zx

- FyyEzz Young’s modulus in orthogonal directions to the
principal direction zx

- nuzynuxz Poisson’s ratio in xy and zz directions

- nuyz Poisson’s ratio in yz direction

- GzyGxz shear modulus in zy and xz directions

- Tension_f0_-Gf array with six pairs of positive numbers.
Each pair describes maximum stress in tension and fracture
energy for each direction (xx, yy, 2z, yz, zz, xy)

- Compres_f0_Gf array with six pairs of numbers. Each pair
describes maximum stress in compression (given as a nega-
tive number) and positive fracture energy for each direction
(‘II;:& Yy, 2z, Yz, 21, .’Ey)

Supported modes | 3dMat, 1dMat

- afterlter how many iterations must pass until damage is
computed from strains, zero is default. User must ensure
that the solver proceeds the minimum number of iterations.
- allowSnapBack array to skip checking for snap-back. The
array members are 1-6 for tension and 7-12 for compression
components.

Table 33: Orthotropic damage model with fixed crack orientations for compos-
ites — summary.

the incremental definition of cumulated plastic strain
k= |épll; (127)
the law governing the evolution of the damage variable
w(k) = we(l —e "), (128)
and the hardening law
oy(k)=1+0og(l—e ). (129)

In the equations above, & is the effective stress tensor, D is the elastic stiffness
tensor, f is the yield function, A is the consistency parameter (plastic multiplier),
w is the damage variable, oy is the yield stress and s, a, o and w. are positive
material parameters. Material anisotropy is characterized by the second-order
positive definite fabric tensor

3
M = Zmi(mi ® my), (130)

i=1
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normalized such that Tr(M) = 3, m, are the eigenvalues and m; the eigenvec-
tors. The eigenvectors of the fabric tensor determine the directions of material
orthotropy and the components of the elastic stiffness tensor D are linked to
eigenvalues of the fabric tensor. In the coordinate system aligned with m;,
1 =1,2,3, the stiffness can be presented in Voigt (engineering) notation as

-1

[ & —:E— -4 0 0 0
B om —H 0 0 0
—hLo_ke 0 00
_ Es Es E-
b 00 0 0 & 0 0 : (131)
0 0 0 0 & 0
0 0 0 0 0 &=

1
where E; = Eqp*m?!, G;; = Gopkmﬁmé and v;; = vot. Here, Ey, Gy and

v are elastic constants characterizing the compact (poreljess) material, p is the
volume fraction of solid phase and k£ and [ are dimensionless exponents.

Similar relations as for the stiffness tensor are also postulated for the com-
ponents of a fourth-order tensor F' that is used in the yield condition. The yield
condition is divided into tensile and compressive parts. Tensor F' is different
in each part of the effective stress space. This tensor is denoted F™ in tensile
part, characterized by N :& <0and F~ in compressive part, characterized by
N:6< 0, where

. 3 om;
N = Zl?iml(mi ® m;) (132)
—4
Dlimamy !
~ + + -
1 __Xi2 __Xas 0 0 0
@) () ()
_ Xz12 1 5 _ Xéts2 0 0 0
i Tap ()
Fr=| X, __Xg ! 0 0 0 133
o7 TGP @7 132
0 0 0 — 0 0
0 0 0 0 - 0
.l 0 0 0 0 0 ==
In the equation above o = Uoippqu is uniaxial yield stress along the i-th

principal axis of orthotropy, 7;; = Toppm?m‘j- is the shear yield stress in the

2q
+m;

plane of orthotropy and X?; = X0

—b is the so-called interaction coefficient, p
j

and ¢ are dimensionless exponents and parameters with subscript 0 are related

to a fictitious material with zero porosity. The yield surface is continuously

differentiable if the parameters values are constrained by the condition

Xo +1  x§+1
(09 )? (09)?

The model description and parameters are summarized in table

(134)
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Description Anisotropic elastoplastic model with isotropic damage

Record Format TrabBone3d (n) # den) # epsOen) # nulen) # muOem) #
eka(rn) # eXpl(m) # Inl(rr.) # m2(rn) # I‘h0<rn) #
sig0posny # sigOnegen) # chiOposen) # chiOnegen) #
tauOuny # plashardfactoremy # expplashardes) #  exp-
damen) # critdamon) #
Parameters - material number
d material density
- eps0 Young modulus (at zero porosity)
- nu0 Poisson ratio (at zero porosity)
- mu0 shear modulus of elasticity (at zero porosity)
- m1 first eigenvalue of the fabric tensor
- m2 second eigenvalue of the fabric tensor
- rho volume fraction of solid phase
- sig0pos yield stress in tension
- sig0neg yield stress in compression
- taul yield stress in shear
- chi0Opos interaction coefficient in tension
- plashardfactor hardening parameter
- expplashard exponent in hardening law
- expdam exponent in damage law
- critdam critical damage
- expk exponent k in the expression for elastic stiffness
- expl exponent [ in the expression for elastic stiffness
- expq exponent ¢ in the expression for tensor F'
- expp exponent p in the expression for tensor F'
Supported modes | 3dMat

Table 34: Anisotropic elastoplastic model with isotropic damage - summary.

1.6.2 Nonlocal formulation

The model is regularized by the over-nonlocal formulation with damage driven
by a combination of local and nonlocal cumulated plastic strain

k= (1—m)k+ mkg, (135)
where m is a dimensionless material parameter (typically m > 1) and
R(z) = /a(x,s)/i(s) ds (136)
v

is the nonlocal cumulated plastic strain. The nonlocal weight function is defined

as
ao(flz — sl)

= Taolle ) 0
14

a(z, s)

where

2\ 2 .
ao(r) = (1 - F) ifr< R (138)
0 ifr >R
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Parameter R is related to the internal length of the material. The model de-
scription and parameters are summarized in table

Description Nonlocal anisotropic elastoplastic model with isotropic
damage

Record Format TrabBoneNL3d ¢y # demy # epsOemy # nuleny #
muo(rn) # eka(m) # eXpl(m) # ml(rn) # m2(rn) # I‘hO(m) #
sig0posny # sigOnegeny # chiOposen) # chiOnegen) #
tauOeny # plashardfactoremy # expplashardes) #  exp-
damn) # critdamen) # men) # Ry #

Parameters - material number

d material density

- eps0 Young modulus (at zero porosity)

- nu0 Poisson ratio (at zero porosity)

- mu0 shear modulus (at zero porosity)

- m1 first eigenvalue of the fabric tensor

- m2 second eigenvalue of the fabric tensor

- rho volume fraction of the solid phase

- sig0pos yield stress in tension

- tau0 yield stress in shear

- chiOpos interaction coefficient in tension

- chiOneg interaction coefficient in compression

- plashardfactor hardening parameter

- expplashard exponent in the hardening law

- expdam exponent in the damage law

- critdam critical damage

- expk exponent k in the expression for elastic stiffness

- expl exponent [ in the expression for elastic stiffness

- expq exponent ¢ in the expression for tensor F'

- expp exponent p in the expression for tensor F'

- m over-nonlocal parameter

- R nonlocal interaction radius

Supported modes | 3dMat

Table 35: Nonlocal formulation of anisotropic elastoplastic model with isotropic
damage — summary.

1.7 Material models for interfaces

Interface elements have to be used with material models describing the consti-
tutive behavior of interfaces between two materials (e.g. between steel reinforce-
ment and concrete), or between two bodies in contact. Such interface laws are
formulated in terms of the traction vector and the displacement jump vector.

1.7.1 TIsotropic damage model for interfaces

This model is described in Section [[.3.91
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1.7.2 Simple interface material

This model provides a simple interface law with penalty-type contact and fric-
tion. In the normal direction, the response is linear elastic, but with dif-
ferent stiffnesses in tension and in compression (stiffness kn in compression,
kn*stiffcoeff in tension). By setting kn to a high value, the penetration (over-
lap) can be reduced, in the spirit of the penalty approach. By setting stiffcoeff
to 0, free opening of the gap can be allowed. The shear response is elasto-
plastic, with the yield limit dependent on the normal traction. The magnitude
of the shear traction o7 must not exceed the yield limit computed according
to a Coulomb-like friction law as the product of the (negative part of) normal
traction oy and a dimensionless coefficient of friction fc:

lor|| < (—on - fc) (139)

The shear elastic stiffness is assumed to be kn (i.e., equal to the normal stiffness).
If the normal traction is tensile or zero, no shear traction can be transmitted by
the interface. In the future, this law will be enriched by a cohesion-like term.
If used in connection of two nodes with interfaceldelement, the element-
level parameter normal determines what is compression and what is tension
(from the 1st node to the 2nd node in normal direction it is tension).
The model description and parameters are summarized in table [36]

Description Simple interface material
Record Format simpleintermat n) # knen) # [ fcen) #] [ stiffcoeffen) #]
Parameters - material number

- kn (penalty) stiffness in compression

- fe friction coefficient

- stiffcoeff ratio (tensile stiffness / compression stiffness)
Supported modes | _1dInterface

Table 36: Simple interface material — summary.
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2 Material Models for Transport Problems

2.1 Isotropic linear material

Linear isotropic material model for transport problems. The model parameters
are summarized in table B7

Description Linear isotropic elastic material
Record Format IsoHeat numgn) # dem) # ken) # Con) #
Parameters - num material model number

- d material density

- k Conductivity

- ¢ Specific heat capacity
Supported modes | _2dHeat

Table 37: Linear Isotropic Material - summary.

2.2 Material for cement hydration - CemhydMat

CemhydMat represents a hydrating material based on CEMHYD3D model ver-
sion 3.0, developed at NIST [2]. The model represents a digital hydrating mi-
crostructure, driven with cellular automata rules and combined with cement
chemistry. Ordinary Portland cement is treated without any difficulties, blended
cements are ususally decomposed into hydrating Portland contribution and in-
tert secondary cementitious material. The microstructure size can be from
10 x 10 x 10 to over 200 x 200 x 200 pym. For standard computations the
size 50 x 50 x 50 suffices.

Each material instance creates an independent microstructure. It is also
possible to enforce having different microstructures in each integration point.
The hydrating model is coupled with temperature and averaging over shared
elements within one material instance occurs during the solution. Such ap-
proach allows domain partitioning to many CemhydMat instances, depending
on expected accuracy or computational speed. A more detailed description with
engineering examples was published [I6]. Table [38] summarizes input parame-
ters.

The input XML file specifies the details about cement and concrete com-
position. It is possible to start all simulations from the scratch, i.e. with the
reconstruction of digital microstructure. Alternatively, the digital microstruc-
ture can be provided directly in two files; one for chemical phases, the second for
particle’s IDs. The XML input file can be created with the CemPy package, ob-
tainable from http://mech.fsv.cvut.cz/~smilauer/index.php?id=software. The
CemPy package alleviates tedious preparation of particle size distribution etc.

The linear solver (specified as NonStationaryProblem) performs well when
the time integration step is small enough (order of minutes) and heat capacity,
conductivity and density remain constant. If not so, use of nonlinear solver is
strongly suggested (specified as NlTransient TransportProblem).
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Description

Cemhyd - hydrating material

Record Format

Parameters

Supported modes

CemhydMat numen) # den)y # Ken) # cony # filew #
[eachGPan) #] [densityTypean) #] [conductivityTypegn) #]
[capacity Typean) #] [castingtimecn) #| [nowarningsga) #]
[scaling(ay #] [reinforcementDegree m) #]

- num material model number

- d material density

- k Conductivity

- ¢ Specific heat capacity

- file XML input file for cement microstructure and concrete
composition

- eachGP 0 (default) no separate microstructures in each
GP, 1 assign separate microstructures to each GP

- densityType 0 (default) get density from OOFEM input
file, 1 get it from XML input file

- conductivityType 0 (default) get constant conductivity
from OOFEM input file, 1 compute as A = k(1.33 — 0.33a)
12

- capacityType 0 (default) get capacity, 1 according to
Bentz, 2 according to XML and CEMHYD3D routines

- castingtime optional casting time of concrete, from which
hydration takes place

- nowarnings supresses warnings when material data are out
of standard ranges. The array of size 4 represent entries
for density, conductivity, capacity, temperature. Nonzero
values mean supression.

- scaling components in the array scale density, conductiv-
ity, capacity in this order. nowarnings are checked before
scaling.

- reinforcementDegree specifies the area fraction of rein-
forcement. Typical values is 0.015. Steel reinforcement
slightly increases concrete conductivity and slightly de-
creases its capacity. Thermal properties of steel are con-
sidered 20 W/m/K and 500 J/kg/K.

_2dHeat, _3dHeat

Table 38: Cemhydmat - summary.
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2.3 Material for cement hydration - HydratingConcreteMat

Simple hydration models based on chemical affinity are implemented. The mod-
els calculate degree of hydration of cement, o, which can be scaled to the level of
concrete when providing corresponding amount of cement in concrete. Blended
cements can be considered as well, either by separating supplementary cemen-
titious materials from pure Portland clinker or by providing parameters for the
evolution of hydration degree and potential heat. Released heat from cement
paste is obtained from

Q(t) = O‘onh (140)

where potential hydration heat, Qpot, is expressed in kJ/kg of cement and for
pure Portland cement is around 500 kJ/kg.

Evolution of hydration degree under isothemal curing conditions is approx-
imated by several models. Scaling from a reference temperature to arbitrary
temperature is based on Arrhenius equation, which coincides with the maturity
method approach. The equivalent time, t., is defined as time under constant
reference (isothermal) temperature

te(To) = HT)krate, (141)

E, (1 1
krate = €xp |:R (710 - T>:| ) (142)

where t is real time, T is the arbitrary constant temperature of hydration, T} is
a reference temperature, R is the universal gas constant (8.314 Jmol ' K~!) and
E, is the apparent activation energy. Due to varying history of temperature,
incremental solution is adopted. Linear and nonlinear nonstationary solvers
are supported for all hydrationmodeltype’s. Hydration models are evaluated at
intrinsic time in each time step. Usually, intrinsic time is in the middle of the
time step.

The hydrationmodeltype = 1 is based on exponential approximation of hy-
dration degree [14]. Equivalent time increment is added in each time step. Thus
all the thermal history is stored in the equivalent time

alte) = aoexp (— [Zr> (143)

where three parameters 7, 8 and «, are needed. Some meaningful parameters
are provided in [I4], e.g. 7 =26 - 3600 = 93600 s, 8 = 0.75 and . = 0.90.

The hydrationmodeltype = 2 is inspired by Cervera et al. [3], who proposed
an analytical form of the normalized affinity which was refined in [4]. A slightly
modified formulation is proposed here. The affinity model is formulated for a
reference temperature 25°C

(jTa = Agg,(a)kmte =B <B2 + a) (oo — @) €Xp (—ﬁa) krate (144)
t o0 Qoo

where By, Bs are coefficients to be calibrated, a, is the ultimate hydration de-
gree and 7 represents microdiffusion of free water through formed hydrates. The
solution proceeds incrementally, where « is the unknown. During one macro-
scopic time step, Eq. needs to be integrated in finer inner steps. This is
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controlled with two optional variables; maxmodelintegrationtime specifies max-
imum integration time in the loop while minmodeltimestepintegrations specifies
minimum number of integration steps.

Description

HydratingConcreteMat

Record Format

Parameters

Supported modes

HydratingConcreteMat numn) # den) # Ken) # cen) #
hydrationmodeltypen) # Qpoten) # masscementem) # [ac-
tivationenergyeny #] reinforcementdegreesny #| [density-
typeany #| [conductivitytypeiny #] [capacityTypean ]
[minModelTimeSteplIntegrationsany #] [maxmodelintegra-
tiontimewn) #] [castingTimeen) #]

- num material model number

- d material density about 2300 kg/m3

- k Conductivity about 1.7 W/m/K

- ¢ Specific heat capacity about 870 J/kg/K

- hydrationmodeltype 1 is exponential model from Eq. ,
2 is affinity model from Eq.

- @pot Potential heat of hydration, about 500 kJ/kg of ce-
ment

- masscement Cement mass per 1m? of concrete, about 200-
450

- activationenergy Arrhenius activation energy, 38400. (de-
fault)

- reinforcementDegree specifies the area fraction of rein-
forcement. Typical values is 0.015. Steel reinforcement
slightly increases concrete conductivity and slightly de-
creases its capacity. Thermal properties of steel are con-
sidered 20 W/m/K and 500 J/kg/K.

- densityType 0 (default)

- conductivity Type 0 (default), 1 compute as A = k(1.33 —
0.33c) [12]

- capacity Type 0 (default)

- minModel TimeStepIntegrations Minimum integrations per
time step in affinity model 30 (default)

- maxmodelintegrationtime Maximum integration time step
in affinity model 36000 s (default)

- castingtime optional casting time of concrete, from which
hydration takes place, in s

- scaling components in the array scale density, conductiv-
ity, capacity in this order. nowarnings are checked before
scaling.

_2dHeat, _3dHeat

Table 39: HydratingConcreteMat - summary of affinity hydration models.

Fig. shows mutual comparison of three hydration models implemented
in OOFEM. Parameters for exponential model according to Eq. are T =
26 - 3600 = 93600 s, 8 = 0.75, as, = 0.90. Parameters for affinity model
according to Eq. are By = 3.519¢ —4 57!, By = 80e — 7, n = 7.4,

0o = 0.85.
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Figure 11: Performance of implemented hydration models: exponential model
from Eq. (143), affinity model from Eq. (144), CEMHYD3D model from Sub-
section

2.4 Coupled heat and mass transfer material model

Coupled heat and mass transfer material model. Source: T. Krejci doctoral
thesis; Bazant and Najjar, 1972; Pedersen, 1990. Assumptions: water vapor is
the only driving mechanism; relative humidity is from range 0.2 - 0.98 (I and II
regions). The model parameters are summarized in table
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Description

Coupled heat and mass transfer material model

Record Format

Parameters

Supported modes

HeMotk numen) # den) # a_0en) # nheny # phi_cemy #
delta_wetm) # W_h(n) # Ny # aen) # latenten) # com) #
rhoen) # chi_effan) # porem) # rho_gwsen) #

- num material model number

- d, rho material density

- a_0 constant (obtained from experiments) a_0 [Bazant and
Najjar, 1972]

- nn constant-exponent (obtained from experiments) n
[Bazant and Najjar, 1972]

- phi_c constant-relative humidity (obtained from experi-
ments) phi_c [Bazant and Najjar, 1972]

- delta_wet constant-water vapor permeability (obtained
from experiments) delta_wet [Bazant and Najjar, 1972]

- w_h constant water content (obtained from experiments)
w_h [Pedersen, 1990]

- n constant-exponent (obtained from experiments) n [Ped-
ersen, 1990]

- a constant (obtained from experiments) A [Pedersen,
1990]

- latent latent heat of evaporation

- ¢ thermal capacity

- chi_eff effective thermal conductivity

- por porosity

- rho_gws saturation volume density

_2dHeMo

Table 40: Coupled heat and mass transfer material model - summary.
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3 Material Models for Fluid Dynamic

3.1 Newtonian fluid

Constitutive model of Newtonian fluid. The model parameters are summarized
in table EIl

Description Newtonian Fluid material
Record Format NewtonianFluid numn) # den) # muen) #
Parameters - num material model number

- d material density
- mu viscosity
Supported modes | _2dFlow

Table 41: Newtonian Fluid material - summary.

3.2 Bingham fluid

Constitutive model of Bingham fluid. This is a constitutive model of non-
Newtonian type. The model parameters are summarized in table 2]

In the Bingham model the flow is characterized by following constitutive
equation

5 =0 if + < 7o (146)

where 7 is the shear stress applied to material, 7 = /7 : 7 is the shear stress
measure, v is the shear rate, 7¢ is the yield stress, and u is the plastic vis-
cosity. The parameters for the model can be in general determined using two
possibilities: (i) stress controlled rheometer, when the stress is applied to mate-
rial and shear rate is measured, and (ii) shear rate controlled rheometer, where
concrete is sheared and stress is measured. However, most of the widely used
tests are unsatisfactory in the sense, that they measure only one parameter.
These one-factor tests include slump test, penetrating rod test, and Ve-Be test.
Recently, some tests providing two parameters on output have been designed
(BTRHEOM, IBB, and BML rheometers). Also a refined version of the standard
slump test has been developed for estimating yield stress and plastic viscosity.
The test is based on measuring the time necessary for the upper surface of the
concrete cone in the slump to fall a distance 100 mm. Semi-empirical models
are then proposed for estimating yield stress and viscosity based on measured
results. The advantage is, that this test does not require any special equipment,
provided that the one for the standard version is available.

In order to avoid numerical difficulties caused by the existence of the sharp
angle in material model response at 7 = 7y, the numerical implementation uses
following smoothed relation for viscosity

1= g0+ %(1 —e ™) (147)

where m is so called stress growth parameter. The higher value of parameter m,
the closer approximation of the original constitutive equation (145|) is obtained.
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Description Bingham fluid material
Record Format BinghamFluid numgn) # dee) # muOesy # taulem) #
Parameters - num material model number

Supported modes

- d material density
- mu0 viscosity

- tau0 Yield stress
_2dFlow

Table 42: Bingham Fluid material - summary.

3.3 Two-fluid material

Material coupling the behaviour of two particulat materials based on rule of
mixture. The weighting factor is VOF fraction. The model parameters are
summarized in table 43

Supported modes

Description Two-Fluid material
Record Format twofluidmat numgn) # mataa) #
Parameters - num material model number

- mat integer array contaning two numbers representing
numbers of material models of which the receiver is com-
posed. Material with index 0 is a material, that is fully
active in a cell with VOF=0, material with index 1 is a
material fuully active in a cell with VOF=1.

_2dFlow

Table 43: Two-Fluid material - summary.
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4 Material Drivers - Theory & Application

The purpose of this section is to present the theoretical backgroung of some
handy general purpose algorithms, that are provided in oofem in the form of
general material base classes. They can significantly facilitate the implemen-
tation of particular material models that are based on such concepts. Typical
example can be a general purpose plasticity class, that implements general stress
return and stifness matrix evaluation algorithms, based on provided methods
for computing yield functions and corresponding derivatives. Particular models
are simply derived from the base classes, inheriting common algorithms.

4.1 Multisurface plasticity driver - MPlasticMaterial class

In this section, a general multisurface plasticity theory with hardening/softening
is reviewed. The presented algorithms are implemented in MPlasticMaterial
class.

4.1.1 Plasticity overview

Let 0, €, and eP be the stress, total strain, and plastic strain vectors, respectively.
It is assumed that the total strain is decomposed into reversible elastic and

irreversible plastic parts
e=¢e’+eP (148)

The elastic response is characterized in terms of elastic constitutive matrix D
as
o =De®=D(e—€P) (149)

As long as the stress remains inside the elastic domain, the deformation process
is purely elastic and the plastic strain does not change. It is assumed that the
elastic domain, denoted as IE is bounded by a composite yield surface. It is
defined as

IE = {(o,K)|fi(o,k) < 0,for allie {1,--- ,m}} (150)

where f;(o, k) are m > 1 yield functions intersecting in a possibly non-smooth
fashion. The vector K contains internal variables controlling the evolution of
yield surfaces (amount of hardening or softening). The evolution of plastic
strain e? is expressed in Koiter’s form. Assuming the non-associated plasticity,
this reads

& =Y Noogi(o,k) (151)
1=1

where g; are plastic potential functions. The A’ are referred as plastic consis-
tency parameters, which satisfy the following Kuhn-Tucker conditions

N>0, f; <0, and \if; =0 (152)

These conditions imply that in the elastic regime the yield function must remain
negative and the rate of the plastic multiplier is zero (plastic strain remains
constant) while in the plastic regime the yield function must be equal to zero
(stress remains on the surface) and the rate of the plastic multiplier is positive.
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The evolution of vector of internal hardening/softening variables k is expressed
in terms of a general hardening/softening law of the form

k= k(o,\) (153)

where A is the vector of plastic consistency parameters \;.

4.1.2 Closest-point return algorithm

Let us assume, that at time t,, the total and plastic strain vectors and internal
variables are known
{&n, €, Ky} given at t,

By applying an implicit backward Euler difference scheme to the evolution equa-
tions (149/and[151]) and making use of the initial conditions the following discrete
non-linear system is obtained

Eny1 = En+Ae (154)
uit = Dlents—ehyy) (155)
Ehy1 = Ent Z/\iaagi(a'n—&-l,"&n-&-l) (156)
In addition, the discrete counterpart of the Kuhn-Tucker conditions becomes
fi(ont1,6n41) = 0 (157)
np1 = 0 (158)
Ni1fi(Oni1 ki) = 0 (159)

In the standard displacement-based finite element analysis, the strain evolution
is determined by the displacement increments computed on the structural level.
The basic task on the level of a material point is to evaluate the stress evolution
generated by strain history. According to this, the strain driven algorithm
is assumed, i.e. that the total strain e,41 is given. Then, the Kuhn-Tucker
conditions determine whether a constraint is active. The set of active constraints
is denoted as J,.; and is defined as

Joct ={B € {1, ,m}|fs =0 & f5 =0} (160)
Let’s start with the definition of the residual of plastic flow
Roy1=—e, +e) + Z )‘i+1aogn+1 (161)
j€Jact

By noting that total strain €, is fixed during the increment we can express
the plastic strain increment using (149) as

Ael, | = —DAo, 11 (162)
The linearization of the plastic flow residual yieldsﬂ
R+ D 'Ac + Z AyogAo +
+3  Aorg - (okAo + O\EAN) + > AXI,g =0 (163)

3For brevity, the simplified notation is introduced: f = f(o, k), g = g(o, k), kK = k(o,)),
and subscript n + 1 is omitted.
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From the previous equation, the stress increment Ao can be expressed as

Ao = —H! (R +3" Mg+ Y Aamgawm) (164)
where H is algorithmic moduli defined as
H= D™+ Mg+ Mowglor] (165)
Differentiation of active discrete consistency conditions yields
f+ 0, fA0 + 0uf(0,kAT + ONKAX) =0 (166)

Finally, by combining equations (164)) and (166, one can obtain expression for
incremental vector of consistency parameters AX

[VITH™'U - 0. foss| AX= f - VTH'R (167)

where the matrices U and V' are defined as
U = {a,g +3 AagﬁgaAn] (168)
V = [0of + 0xfOskK] (169)

Before presenting the final return mapping algorithm, the algorithm for de-
termination of the active constrains should be discussed. A yield surface f; p41
is active if A ; > 0. A systematic enforcement of the discrete Kuhn-Tucker
condition , which relies on the solution of return mapping algorithm, then
serves as the basis for determining the active constraints. The starting point in
enforcing is to define the trial set

Joett = {7 € {1, ,m}|findh > 0} (170)

where J,.; C Jii4. Two different procedures can be adopted to determine the

final set J,.. The conceptual procedure is as follows

e Solve the closest point projection with J,.s = JI7i% to obtain final stresses,

act
along with X! |, i € Jiriel,

e Check the sign of \! ;. If Al ,; < 0, for some i € Jrie!, drop the i—th

act
constrain from the active set and goto first point. Otherwise exit.

In the procedure 2, the working set Ji7i% is allowed to change within the
iteration process, as follows

o Let Jg’;? be the working set at the k-th iteration. Compute increments
(k) k
AN e g,

e Update and check the signs of A)\;fl) If A)‘i{fl) < 0, drop the i-th

constrain from the active set J, (k)

4ot and restart the iteration. Otherwise
continue with next iteration.

If the consistency parameters AA can be shown to increase monotonically
within the return mapping algorithm, the the latter procedure is preferred since
it leads to more efficient computer implementation.

The overall algorithm is convergent, first order accurate and unconditionally
stable. The general algorithm is summarized in table .
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1. Elastic predictor
(a) Compute Elastic predictor (assume frozen plastic flow)
o7 = D (g1 — €7
ffﬁfill = fi(aff_f_“ll,nn), forie {1,---,m}
(b) Check for plastic processes IF ff?ffl <O0forallie{l,---,m} THEN:
Trial state is the final state, EXIT.

ELSE:
Jégi = {Z € {1’ e 7m}|f7}5,7’;fill > 0}
e’ =€, k) = kn, XY =0
ENDIF

2. Plastic Corrector

(¢) Evaluate plastic strain residual

k k
oy = D (enss — 2

k k i(k
R}, = —elf] +eh + XA N000
(d) Check convergence

k k k
fi(,n)+1 = fi(o'gwlu “£L+)1)

if f%),, <TOL, for all i € J't) and ||R{),|| < TOL then EXIT
(e) Compute consistent moduli

G=[VTH'U-0,.fons] "
(f) Obtain increments to consistency parameter

AAiﬁ)l =G{f - VTH_IR}SCL

If using procedure 2 to determine active constrains, then update the
active set and restart iteration if necessary

(g) Obtain increments of plastic strains and internal variables

At = D (R, + S ANG0.0, + DAl oo )

AR, = k(a®nen Al L)
(h) Update state variables
k+1 k k
b = et 1 et
k41 k k
51+1 )= “£L+)1 + A”ﬁwﬂl

A = N L AN i€ Jaw
(i) Set k=k+1 and goto step (b)

Table 44: General multisurface closest point algorithm

4.1.3 Algorithmic stiffness
Differentiation of the elastic stress-strain relations (155) and the discrete flow

rule (156]) yields
do,y1 = D (d€n+1 — deflﬂ) (171)
de? ;= > (NOoogdo + Nyrg (0skdo + xkd\') + dN'D,g) (172)
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Combining this two equations, one obtains following relation

do = By {dsn+1 — S NO,ugdrrdN =Y dx'a(,g} (173)
where =,, ;1 is the algorithmic moduli defined as
i = [D7 4 Y N0+ Y Anglok] (174)
Differentiation of discrete consistency condition yields
Dy fido + 0, f (g kdo 4+ OxkdA) =0 (175)
By substitution of into the following relation is obtained
d\ = G{VEde} (176)

where matrix G is defined as
T —1
G = [V EU - a,gfam} (177)

Finally, by substitution of (177)) into (173]) one obtains the algorithmic elasto-
plastic tangent moduli

d
lui1 =8~ EU (VEU - 0, f][0sr)) VE (178)

4.1.4 Implementation of particular models

As follows from previous sections, a new plasticity based class has to provide only
some model-specific services. The list of services, that should be implemented
includes (for full reference, please consult documentation of MPlasticMaterial
class):

e method for computing the value of yield function (computeYieldValueAt

service)

e method for computing stress gradients of yield and load functions (method
computeStressGradient Vector)

e method for computing hardening variable gradients of yield and load func-
tions (method computeKGradientVector)

e methods for computing gradient of hardening variables with respect to
stress and plastic multipliers vectors (computeReducedHardeningVarsSig-
maGradient and computeReducedHardeningVarsLamGradient methods)

e method for evaluating the increments of hardening variables due to reached
state (computeStrainHardeningVarsIncrement)

e methods for computing second order derivatives of load and yield func-
tions (computeReducedSSGradientMatrix and computeReducedSKGradi-
entMatrix methods). Necessary only if consistent stiffness is required.

78



4.2 Isotropic damage model — IsotropicDamageMaterial
class

In this section, the implementation of an isotropic damage model will be de-
scribed. To cover the various models based on isotropic damage concept, a base
class IsotropicDamageMaterial is defined first, declaring the necessary services
and providing the implementation of them, which are general. The derived
classes then only implement a particular damage-evolution law.

The isotropic damage models are based on the simplifying assumption that
the stiffness degradation is isotropic, i.e., stiffness moduli corresponding to dif-
ferent directions decrease proportionally and independently of direction of load-
ing. Consequently, the damaged stiffness matrix is expressed as

D=(1-w)D,,

where D, is elastic stiffness matrix of the undamaged material and w is the
damage parameter. Initially, w is set to zero, representing the virgin undam-
aged material, and the response is linear-elastic. As the material undergoes
the deformation, the initiation and propagation of microdefects decreases the
stiffness, which is represented by the growth of the damage parameter w. For
w = 1, the stiffness completely disappears.

In the present context, the D matrix represents the secant stiffness that
relates the total strain to the total stress

o0 =De=(1-w)D.e.

Similarly to the theory of plasticity, a loading function f is introduced. In
the damage theory, it is natural to work in the strain space and therefore the
loading function is depending on the strain and on an additional parameter &,
describing the evolution of the damage. Physically, k is a scalar measure of the
largest strain level ever reached. The loading function usually has the form

fle k) =é(e) — &,

where € is the equivalent strain, i.e., the scalar measure of the strain level.
Damage can grow only if current state reaches the boundary of elastic domain
(f =0). This is expressed by the following loading/unloading conditions

£<0, >0, if =0.

It remains to link the variable x to the damage parameter w. As both k and w
grow monotonically, it is convenient to postulate an explicit evolution law

w = g(k).

The important advantage of this explicit formulation is that the stress corre-
sponding to the given strain can be evaluated directly, without the need to
solve the nonlinear system of equations. For the given strain, the corresponding
stress is computed simply by evaluating the current equivalent strain, updat-
ing the maximum previously reached equivalent strain value x and the damage
parameter and reducing the effective stress according to o = (1 — w)D.e.

This general framework for computing stresses and stiffness matrix is com-
mon for all material models of this type. Therefore, it is natural to introduce
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the base class for all isotropic-based damage models which provides the gen-
eral implementation for the stress and stiffness matrix evaluation algorithms.
The particular models then only provide their equivalent strain and damage
evolution law definitions. The base class only declares the virtual services for
computing equivalent strain and corresponding damage. The implementation
of common services uses these virtual functions, but they are only declared at
IsotropicDamageMaterial class level and have to be implemented by the derived
classes.

Together with the material model, the corresponding status has to be de-
fined, containing all necessary history variables. For the isotropic-based damage
models, the only history variable is the value of the largest strain level ever
reached (k). In addition, the corresponding damage level w will be stored. This
is not necessary because damage can be always computed from corresponding
k. The IsotropicDamageMaterialStatus class is derived from StructuralMateri-
alStatus class. The base class represents the base material status class for all
structural statuses. At StructuralMaterialStatus level, the attributes common
to all “structural analysis” material models - the strain and stress vectors (both
the temporary and non-temporary) are introduced. The corresponding services
for accessing, setting, initializing, and updating these attributes are provided.
Therefore, only the x and w parameters are introduced (both the temporary and
non-temporary). The corresponding services for manipulating these attributes
are added and services for context initialization, update, and store/restore op-
erations are overloaded, to handle the history parameters properly.

4.3 Nonstationary nonlinear transport model

Several differential equations of diffusion-type lead to the following nonlinear
system
dr

K(r)r+ C(T)E = F(r), (179)
where the matrix K (r) is a general non-symmetric conductivity matrix, C(r)
is a general capacity matrix and the vector F(r) contains contributions from
external and internal sources. The vector of unknowns, r, can hold discretized
temperature, humidity, or concentration fields, for example.

Time discretization is based on a generalized trapezoidal rule. Let us assume
that solution is known at time ¢ and the time increment is provided with At.
Equilibrium of nonlinear constitutive laws is required at a new time 7 € (t,¢ +
At). The parameter o € (0,1) defines a type of integration scheme; o = 0
results in an explicit (forward) method, o = 0.5 refers to the Crank-Nicolson
method, and a = 1 means an implicit (backward) method. The appromation of
solution vector and its time derivative yields

T o= t+alt=(t+At)—(1—a)At, (180)

T = (]. — Oé)Tt + QT4 Aty (181)
or. 1

at = Kt (rt+At — ’l"t) . (182)

By substituting of Egs. (181)-(182) into Eq. (179)) leads to the following

80



equation, which is solved at time 7

T —r
(1=t arad Kol + | 5507 oo = poe. sy
Eq. (183)) is non-linear and the Newton method is used to obtain the solution.
First, the Eq. (183)) is transformed into a residual form with the residuum vector
R, which converges to the zero vector

R, =[(1—a)ri + arnd Ko () + {”*A&_”} C.(r)— F.(r) —» 0. (184)

A new residual vector at the next iteration, Rﬁ'l, can determined from the
previous residual vector, R., and its derivative simply by linearization. Since

the aim is getting an increment of solution vector, Ari, the new residual vector
R s set to zero

OR!

R ~ R+ _—TAri=0, 185
T T + 6?"75 T ( )
i 4—1
. OR! _
Ar, = — T R!. 186
no- -5 ® (136
Deriving Eq. (184)) and inserting to Eq. (186) leads to
~ OR! ; 1
K. = T = —aK.(r)- —C! 1
L= G = —aKi(r) = OO, (187)
X ~ ;711 .
Ari = — [KT} R, (188)
which gives the resulting increment of the solution vector Art
, 11 .
Ari = — {K} { [(1— a)re + aread Ki(r)+
(189)

Ti4+At — Tt ;
[At} C(r) - FT(T)}7
and the new total solution vector at time t + At is obtained in each iteration
riilm =7 A + AT (190)

There are two options how to initialize the solution vector at time ¢t + At.
While the first case applies linearization with a known derivative, the second
case simply starts from the previous solution vector. The second method in
Eq. is implemented in OOFEM.

or
Thyar =1+ Ata—;, (191)
YAy = T (192)

Note that the matrices K (r), C(r) and the vector F(r) depend on the so-
lution vector r. For this reason, the matrices are updated in each iteration step
(Newton method) or only after several steps (modified Newton method). The
residuum R’ and the vector F(r) are updated in each iteration, using the most
recent capacity and conductivity matrices.
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